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CONSTRUCTION EQUIPMENT
8B64DRENTALS  VOLVOEC480 315141 - DIESEL ENGINE -

VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
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ALTA EQUIPMENT/FLAGLER EQUIPMENT LLC
9601 BOGGY CREEK RD

ORLANDO, FL

US 32824

Contact: Robert LaPlante
robert.laplante@altg.com

T: (407)508-9736

F: (407)659-8720

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is suitable for
further service.

Depot: VOLVO0096
Unique No: 10941520
Signed: Wes Davis
Report Date: 26 Mar 2024

Contact/Location: Robert LaPlante - VOLVO0096

Page 1 of 2



VOLVO  [ONSTRUCTION EQUIPMENT

WOLYVD

GRAPHS

Iron (ppm) Lead (ppm)

250 50
Severe . Severe
2004 & 404 &
50 30
& 5
= Abnomal = Mbnomal
004 @ 048
50 0
0 === 0
o [ag ] [ag] -+ =t [ag] o [ag] -+ =t
[a'] [} [ [x] [} [a'] [a ] (] [ [}
& P & P & = P
g : g 5 g g = g 5 =
Aluminum (ppm) Chromium (ppm)
25 25
20} SovEE 20} SEvEE
5 15
& &
= Abnomal = Abnomal
0ta LY.
5 5
0 0
L] o o - -t o o o -t -t
[n'] [} [ [ [} ('] [} (] [ [}
& P & P & P = =
9 : g 5 g g = g 5 =
Copper (ppm) Silicon (ppm)
250 50
Severe
200 404 @
150 30
8 = \a\
= = Abnom
00 2048
50 0 \
Severe
ot .
T
0 0
- o s - - - o - - -
[n'] [} [ [ [} ('] [} (] [ [}
o o o = (=1} o [52] = (=1}
9 : g 5 g g = g 5 =
Viscosity @ 100°C Base Number
20 20
, , Base
8 é&.hnunnd =100t @
p=
. o
__18 = 40
& Base =
& [u] =
= L. —
=14 & 6.0
= z
& Abnomal 8
(SR I =] T ] E mal
s /- E
10
i 0.0
- o - - - - o - - -
[n'] [n] (%] [n] [} ('] (5] [ [ (5]
(3] > o = = o~ o - =
g : g 8 ] 2 = g 8 g

Report Id: VOLVO0096 [WUSCAR] 06127369 (Generated: 03/26/2024 15:30:17) Rev: 1 Contact/Location: Robert LaPlante - VOLVO0096

Page 2 of 2


http://www.tcpdf.org

	VOLVO VOLVO EC480E 315141\Diesel Engine [VCP453872] 20 Mar 2024 @ 3020.0 hrs

