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SW0-070876 VOLVOA306 742048 - DIESEL ENGINE

Sample No:  VCP436293
Oil Type: VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
Job No: SWO0-070876

<
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" SAMPLE INFORMATION

Sample Number VCP436293 VCP414004 VCP380979 VCP372983

Sample Date 01 Apr 2024 31 Jul 2023 10 Jan 2023 10 Jul 2022

Machine Hours 9280 8911 8548 8263

Oil Hours 0 0 0 0

Oil Changed Changed Changed Changed Changed

Sample Status ABNORMAL ABNORMAL MARGINAL ABNORMAL
;T
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WHITAKER CONTRACTING

692 CONVICT CAMP RD
GUNTERSVILLE, AL

US 35976

Contact: BROTHER WHITAKER
BrotherWhitaker@whitaker-contracting.com
T: (256)298-3905

F:

Diagnosis

The oil change at the time of
sampling has been noted. We
recommend an early resample to
monitor this condition.All component
wear rates are normal. There is a
moderate amount of fuel present in
the oil. Tests confirm the presence of
fuel in the oil. The BN result indicates
that there is suitable alkalinity
remaining in the oil. Fuel is present in
the oil and is lowering the viscosity.
The oil is no longer serviceable due
to the presence of contaminants.

Depot: WHIGUN
Unique No: 10963045
Signed: Wes Davis
Report Date: 08 Apr 2024

Contact/Location: BROTHER WHITAKER - WHIGUN
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