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SW0-070857 VOLVO A456 352704 - DIESEL ENGINE

Sample No:  VCP445584
Oil Type: VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
Job No: SWO-070857
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" SAMPLE INFORMATION

Sample Number VCP445584 VCP431880 VCP389125 VCP383498

Sample Date 03 Apr 2024 06 Nov 2023 17 Jul 2023 27 Apr 2023

Machine Hours 5412 4902 4405 3920

Oil Hours 0 0 0 0

Oil Changed Changed Changed Changed Changed

Sample Status NORMAL NORMAL NORMAL NORMAL
"
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SAIIA CONSTRUCTION LLC

4400 LEWISBURG RD

BIRMINGHAM, AL

UsS 35207

Contact: STEPHANI BRITTON
sbritton@saiia.com;doug.bogart@wearcheck.com
T: (205)943-2268

F: (205)943-2269

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is acceptable for
the time in service.

Depot: SAIBIR
Unique No: 10967643
Signed: Don Baldridge
Report Date: 11 Apr 2024

Contact/Location: STEPHANI BRITTON - SAIBIR
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GRAPHS
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