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VOLVO

Sample No:
Qil Type:
Job No:

VOLYD

" SAMPLE INFORMATION

Sample Number

Sample Date

Machine Hours

Oil Hours

Oil Changed

Sample Status
"

WOLAY

4

VCP437884
VOLVO PREMIUM GEAR OIL 80W-90 GL-5
675838 HERC RENTALS

N’ OIL CONDITION

Visc @ 40°C

Water
Silicon
Sodium
Potassium

VOLVD

cSt

e (CONTAMINATION

%

ppm
ppm
ppm

S WEARMETALS

Iron
Copper
Lead

Tin
Aluminum

Chromium
Molybdenum
Nickel
Titanium
Silver
Manganese
Vanadium

o ADDITIVES

Calcium
Magnesium
Zinc
Phosphorus
Barium
Boron

Report Id: VOLVO0093 [WUSCAR] 06146232 (Generated: 04/15/2024 15:06:35) Rev: 1
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CONSTRUCTION EQUIPMENT =

675838 HERCRENTALS  VOLVO EC350EL 314592 - REAR lEF?FINA R

VCP437884 - -

08 Mar 2024 ALTA EQUIPMENT/FLAGLER CONSTRUCTION EQUIPMENT LLC
1584 8418 PALM RIVER ROAD

1584 === === - TAMPA, FL

Changed - - UsS 33619

NORMAL Contact: JOHN FARDELLA

john.fardella@altg.com
T: (813)630-0077

F: (813)630-2233
m174

Diagnosis

Resample at the next service interval

NEG - - to monitor.All component wear rates
m58 == === === are normal. There is no indication of
m1 - - any contamination in the oil. The
o . - - condition of the oil is acceptable for

the time in service.

m433 - -
o<1 == === ===
=o - -
0o === === ===
@5 - -
=11 === === ===
=1 - -
o<1 === === ===

<1 - o= o=

m6
<1

m39
m2
m22
m387
mé
m3

Depot: VOLVO0093
Unique No: 10976310
Signed: Don Baldridge

Report Date: 15 Apr 2024
Contact/Location: JOHN FARDELLA - VOLVO0093
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Contact/Location: JOHN FARDELLA - VOLVO0093
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	VOLVO VOLVO EC350EL 314592\Rear Left Final Drive [VCP437884] 08 Mar 2024 @ 1584.0 hrs

