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25376 VOLVOA30G 742165 - DIESEL ENGINE

Sample No:  VCP454353
Oil Type: VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
Job No: 25376

&

VOLYD

" SAMPLE INFORMATION

Sample Number VCP454353 VCP420536 VCP403136 VCP371877

Sample Date 12 Apr 2024 27 Oct 2023 13 Mar 2023 24 Aug 2022

Machine Hours 5307 5150 4530 4260

Oil Hours 0 1000 1000 0

Oil Changed Changed Changed Changed Changed

Sample Status NORMAL NORMAL NORMAL ATTENTION
"
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SANDERS BROTHERS CONSTRUCTION
1990 HARLEY STREET

NORTH CHARLESTON, SC

US 29411

Contact: MARC WATSON
marc.watson@sandersbrothers.com

T: (843)744-4261

F: (843)747-3909

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is suitable for
further service.

Depot: SANNOR
Unique No: 10981654
Signed: Wes Davis
Report Date: 19 Apr 2024

Contact/Location: MARC WATSON - SANNOR
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GRAPHS
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