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§50403254 VOLVOL90H 626333 - DIESEL ENGINE

Sample No:  VCP440875
Oil Type: DIESEL ENGINE OIL SAE 15W40
Job No: S50403254
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IAA - INSURANCE AUTO AUCTIONS - WESTCHESTER VC
2 WESTBROOK CORPORATE CENTER STE. 5
WESTCHESTER, IL

US 60154

Contact: BILLY BUTLER

T: (404)275-6868
F:

Diagnosis

The oil change at the time of
sampling has been noted. Resample
at the next service interval to
monitor. No other corrective action is
recommended at this time.All
component wear rates are normal.
Light fuel dilution occurring. No
other contaminants were detected in
the oil. The BN result indicates that
there is suitable alkalinity remaining
in the oil. The condition of the oil is
suitable for further service.

Depot: INSWES
Unique No: 10989550
Signed: Wes Davis
Report Date: 23 Apr 2024

Contact/Location: WEBCHECK IN IAASOUEAST - BILLY BUTLER - INSWES
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GRAPHS
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