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A12466 VOLVOECR235E 315472 - DIESEL ENGINE

Sample No:  VCP446460
Oil Type: MOBIL 15W40
Job No: A12466

<
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" SAMPLE INFORMATION

Sample Number VCP446460 VCP428749 VCP413662 VCP398892

Sample Date 15 Apr 2024 06 Jan 2024 15 Aug 2023 27 Apr 2023

Machine Hours 1005 825 465 283

Oil Hours 250 250 250 0

Oil Changed Changed Changed Changed Changed

Sample Status NORMAL NORMAL NORMAL NORMAL
'
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JAMES J ANDERSON

6958 TORRESDALE AVENUE
PHILADELPHIA, PA

Us 19135

Contact: JOHN HERBUT
herb@jjaconstruction.com
T: (215)850-9051

F: (215)427-0208

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is suitable for
further service.

Depot: JAAPHI
Unique No: 10990952
Signed: Wes Davis
Report Date: 22 Apr 2024

Contact/Location: JOHN HERBUT - JAAPHI
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