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SWA518493-40  VOLVOL9OH 625935 - DIESEL ENGINE

Sample No:  VCP428571
Qil Type: VOLVO VDS-4.5 Premium Motor Oil 15W40
Job No: SWA518493-40
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" SAMPLE INFORMATION

Sample Number VCP428571 VCP332052 VCP332152

Sample Date 19 Mar 2024 27 Apr 2022 28 Dec 2021 ===

Machine Hours 3996 1030 504

Oil Hours 500 500 500 ---

Oil Changed Changed Changed Changed

Sample Status NORMAL NORMAL NORMAL ---
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IAA - INSURANCE AUTO AUCTIONS - ROCK TAVERN
39 STONE CASTLE RD

ROCK TAVERN, NY

us 12575

Contact: SERVICE MANAGER

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is suitable for
further service.

Depot: INSROC
Unique No: 11003249
Signed: Wes Davis
Report Date: 29 Apr 2024

Contact/Location: SERVICE MANAGER ? - INSROC
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GRAPHS
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