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VOIVO  ONSTRUCTION EQUIPMENT
NN oo VOLVOEC350E 314352 DIESEL ENGINE

Sample No:  VCP455270
Oil Type: VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
Job No: 25521

&
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" SAMPLE INFORMATION

Sample Number VCP455270 VCP429018 VCP426921 VCP420879

Sample Date 30 Apr 2024 08 Dec 2023 18 Aug 2023 24 Jun 2023

Machine Hours 3111 2556 2066 1806

Oil Hours 0 0 1000 114

Oil Changed Changed Changed Changed Changed

Sample Status ATTENTION ATTENTION ATTENTION NORMAL
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OL THOMPSON

3691 PARAMOUNT DR
NORTH CHARLESTON, SC
US 29405

Contact: G. GARRISON
ggarrison@oltc.com

T

F:

Diagnosis

Oil and filter change at the time of
sampling has been noted. Resample
at the next service interval to
monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The oil
viscosity is lower than normal. The
BN result indicates that there is
suitable alkalinity remaining in the oil.
Confirm oil type.

Depot: OLTNOR
Unique No: 11015854
Signed: Don Baldridge
Report Date: 08 May 2024

Contact/Location: G. GARRISON - OLTNOR
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GRAPHS
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