R =
VOIVO  ONSTRUCTION EQUIPMENT =
- SWO0-071569  VOLVO A456 353090 - BOGIE/CENTER ANLE

Sample No:  VCP453727

Qil Type: {unknown}
Job No: SWO-071569
;S

WOLAY

N SAMPLE INFORMATION
Sample Number VCP453727 VCP441646 VCP432856 VCP412726
Sample Date 02 May 2024 03 Jan 2024 19 Sep 2023 09 Jun 2023 SAIIA CONSTRUCTION LLC
Machine Hours 3089 2588 2023 1481 4400 LEWISBURG RD
Oil Hours 0 0 0 0 BIRMINGHAM, AL
Oil Changed Not Changd Not Changd Not Changd Not Changd US 35207
Sample Status NORMAL NORMAL NORMAL NORMAL Contact: STEPHANI BRITTON
' sbritton@saiia.com;doug.bogart@wearcheck.com

WOLAY

T: (205)943-2268
N’ OIL CONDITION F: (205)943-2269
Visc @ 40°C cSt m50.8 @533 [50.1 [50.5
VOLVO Diagnosis
v CONTAMINATION Resample at the next service interval
Water % NEG NEG NEG NEG to monitor.All component wear rates
Silicon ppm me ms8 m4 o6 are normal. There is no indication of
Sodium ppm m2 oo o m?2 any contamination in the oil. The
BetEssium ppm m2 m4 m3 m2 condition of the oil is acceptable for

? the time in service.

VOLVD

N WEARMETALS

Iron ppm [m239 0218 168 247
Copper ppm o4 @4 @3 m3
Lead ppm =1 o<1 @mo oo
Tin ppm oo oo oo oo
Aluminum ppm mo m2 m<1 mo
Chromium ppm m3 m?2 m2 o4
Molybdenum ppm 9 8 7 11
Nickel ppm o<1 m1 o<1 o<1
Titanium ppm 0 <1 0 0
Silver ppm 0 0 0 0
Manganese ppm 8 8 6 8
Vanadium ppm 0 0 0 0

o ADDITIVES

Calcium ppm 209 142 133 148

Magnesium ppm 1 1 <1 0

Zinc ppm 100 65 66 67

Phosphorus ppm 2568 2291 2330 2523

Barium ppm <1 8 0 0

Boron ppm 221 251 237 274
Depot: SAIBIR
Unique No: 11020306
Signed: Angela Borella
Report Date: 13 May 2024

Report Id: SAIBIR [WUSCAR] 06174253 (Generated: 05/13/2024 10:33:57) Rev: 1 Contact/Location: STEPHANI BRITTON - SAIBIR
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