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CONSTRUCTION EQUIPMENT ==
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Sample No:  VCP405858
Oil Type: PONSSE 75W90
Job No: E15335

<

WOLAY

" SAMPLE INFORMATION

E15335  PONSSE A130490W - FRONT FRONT RIGHT FINAL DRIVE,

Sample Number VCP405858 VCP416687 VCP389042

Sample Date 10 May 2024 10 May 2023 17 Feb 2023 JON LOZIER

Machine Hours 5953 1423 252 14 SUNNYFIELD DRIVE

Oil Hours 0 0 0 FORT KENT, ME

Oil Changed Changed Changed Changed --- US 04743

Sample Status NORMAL NORMAL NORMAL --- Contact: JON LOZIER
<

WOLAY

N’ OIL CONDITION

Visc @ 40°C

cSt

e (CONTAMINATION

[90.3

[096.5

T: (207)436-0366
F:

m133

Diagnosis

Resample at the next service interval

Water % NEG NEG NEG to monitor.All component wear rates

Silicon ppm meo0 m?2 m2 === are normal. There is no indication of

Sodium ppm m3 mo m?2 any contamination in the oil. The

P ppm @3 m2 o6 - condition of the oil is acceptable for
7 the time in service.

VOLVD

S WEARMETALS

Iron ppm m203 045 [m59
Copper ppm =1 =2 =0 -
Lead ppm o @o oo
Tin ppm oo m<1 oo -
Aluminum ppm m13 @o o<1
Chromium ppm o4 m1 m4 =
Molybdenum ppm 0 o<1 <1
Nickel ppm o<1 m<1 0 ===
Titanium ppm <1 0 0
Silver ppm 0 0 0 ---
Manganese ppm 4 my 4
Vanadium ppm 0 0 0 ===

o ADDITIVES

Calcium ppm 12 m29 55
Magnesium ppm 10 ms50 611 ---
Zinc ppm 10 m15 45
Phosphorus ppm 1187 m1169 1176 ---
Barium ppm 0 oo 0
Boron ppm 374 0338 485 ==

Report Id: JONFORME [WUSCAR] 06180427 (Generated: 05/16/2024 08:34:18) Rev: 1

Depot:
Unique No:
Signed:
Report Date:

JONFORME
11031753
Wes Davis
16 May 2024

Contact/Location: JON LOZIER - JONFORME
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VOLVO  [ONSTRUCTION EQUIPMENT

GRAPHS

Iron (ppm) Lead (ppm)
1600 7 Sprzese 120
o
400 100 I:Seme
200
000 B0
& 800 g 60
5007 Abnamal 40
o
400 a&.bnnnﬂd
0 o o - 0 o o +
Aluminum (ppm) Chromium (ppm)
120 30
1004 o 25 cse"m
80 20
E 60 15
1 10} Sbnommal
Ea‘ﬁ.bnonﬂd
20 5
0 o o __-——-_____—-_x:- 0 o7 o7 -+
Copper (ppm) Silicon (ppm)
1607 Sover 250
o
140 s
) 2004 &
20
B 0o B 150
£ %0 8
607 Abnomal o Abnomal
.’:I 0 o
’ 50
20
:] o o el :] (5] (5] -
Viscosity @ 40°C Additives
40 1400
- . calcium
30 o ) 200 amamananannan [ HOEPHOME
120 1000 1 s 2NC
S110 _ 800
%100 = 600
90 400
g0 Jtbnommal 200
Tj o o += :l (5] (5] -
Report Id: JONFORME [WUSCAR] 06180427 (Generated: 05/16/2024 08:34:21) Rev: 1 Contact/Location: JON LOZIER - JONFORME

Page 2 of 2


http://www.tcpdf.org

	PONSSE PONSSE A130490W\Front Front Right Final Drive [VCP405858] 10 May 2024 @ 5953.4 hrs

