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Sample No:  V(CP437292

Qil Type: VOLVO PREMIUM GEAR OIL 85W-140 GL-5
Job No: 701908 MOSAIC

VOLYD
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o ADDITIVES

Calcium ppm
Magnesium ppm
Zinc ppm
Phosphorus ppm
Barium ppm
Boron ppm
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ALTA EQUIPMENT/FLAGLER CONSTRUCTION EQUIPMENT LLC
8418 PALM RIVER ROAD

TAMPA, FL

UsS 33619

Contact: KENNY HANEY
khaney@flaglerce.com

T: (813)630-0077

F: (813)630-2233

Diagnosis

We advise that you check all areas
where dirt can enter the system. The
oil change at the time of sampling
has been noted. We recommend an
early resample to monitor this
condition.Gear wear is indicated.
Elemental levels of silicon (Si) and
aluminum (Al) indicate alumina-
silicate (coarse dirt) ingress. The oil is
no longer serviceable due to the
presence of contaminants.

Depot: VOLVO0093
Unique No: 11047529
Signed: Sean Felton

Report Date: 29 May 2024

Contact/Location: KENNY HANEY - VOLVO0093
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