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CONSTRUCTION EQUIPMENT
TUCKER PAVING  VOLVO A256 752250 - DIESEL ENGINE

VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
TUCKER PAVING

VCP447040
18 Apr 2024
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Calcium ppm
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Report Id: VOLVO0093 [WUSCAR] 06193695 (Generated: 05/31/2024 10:33:13) Rev: 1

m2227

25
m1173
[1010
mo
m32

ALTA EQUIPMENT/FLAGLER CONSTRUCTION EQUIPMENT LLC
8418 PALM RIVER ROAD

TAMPA, FL

UsS 33619

Contact: KENNY HANEY
khaney@flaglerce.com

T: (813)630-0077

F: (813)630-2233

Diagnosis

Oil and filter change at the time of
sampling has been noted. Resample
at the next service interval to
monitor.Metal levels are typical for a
new component breaking in. Fuel
content negligible. There is no
indication of any contamination in
the oil. The oil viscosity is lower than
normal. The BN result indicates that
there is suitable alkalinity remaining
in the oil. Confirm oil type.

Depot: VOLVO0093
Unique No: 11050447
Signed: Don Baldridge
Report Date: 31 May 2024

Contact/Location: KENNY HANEY - VOLVO0093
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Contact/Location: KENNY HANEY - VOLVO0093
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