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CONSTRUCTION EQUIPMENT
VOLVO EC220EL 315670 - DIESEL ENGINE

Sample No:  VCP451400
Oil Type: VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
Job No:

&

VOLYD

" SAMPLE INFORMATION

Sample Number VCP451400 VCP438455 VCP435538 VCP433588

Sample Date 06 Jul 2024 23 Apr 2024 13 Feb 2024 03 Nov 2023

Machine Hours 2502 1935 1394 582

Oil Hours 0 0 0 0

Oil Changed Changed Changed Changed Changed

Sample Status NORMAL NORMAL ATTENTION NORMAL
;T

WOLAY

= OIL CONDITION

Visc @ 100°C cSt m14.0 133 12.0 m12.9

Base Number (BN) mg KOH/g 8.1 7.6 054 5.9

Oxidation (PA) % 110 89 65 53
;s

WO LD

" (ONTAMINATION
Water % NEG NEG NEG NEG
Soot % % [@o.2 mo.2 m0.1 0.1
Nitration (PA) % 101 83 64 58
Sulfation (PA) % 70 63 55 56
Glycol % NEG NEG NEG NEG
Fuel % <1.0 <1.0 mo.6 <1.0
Silicon ppm m1 o8 m10 @15
Sodium ppm o4 o1 m3 oo
Potassium ppm m3 m2 m2 m3
F

WOLAY

N WEARMETALS

Iron ppm |12 o9 =10 16
Copper ppm =3 m1 m2 08
Lead ppm m2 (N m2 o2
Tin ppm =1 m<1 m<1 m2
Aluminum ppm m3 o2 04 02
Chromium ppm o<1 m<1 o<1 o<1
Molybdenum ppm m48 055 0114 [m32
Nickel ppm o<1 mo m<1 m4
Titanium ppm <1 <1 <1 <1
Silver ppm oo mo mo oo
Manganese ppm m<1 0o 0o 02
Vanadium ppm 0 <1 0 0

e
o ADDITIVES

Calcium ppm m1995 m1568 m1752 m1823
Magnesium ppm o618 0443 @522 =180
Zinc ppm m1342 1185 1592 1073
Phosphorus ppm b1113 [993 m 1355 mo77
Barium ppm oo 0o 010 e
Boron ppm m23 o @225 92

Report Id: VOLVO0090 [WUSCAR] 06231913 (Generated: 07/11/2024 12:23:30) Rev: 1

ALTA EQUIPMENT COMPANY

5151 DR MARTIN LUTHER KING BLVD
FORT MYERS, FL

US 33905

Contact: TODD LARK
tlark@altaequipfl.com

T

F: (239)481-3302

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is acceptable for
the time in service.

Depot: VOLVO0090
Unique No: 11115406
Signed: Don Baldridge
Report Date: 11 Jul 2024

Contact/Location: TODD LARK - VOLVO0090
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GRAPHS
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250 50
2004 o 40 :SE'E’B
50 30
100 d&.bnunﬂd 20 é&.bnnnﬂd
50 0
0 0 +
o - - -+ o o o -+
[ [ [ [} (] [ ] [ ] [}
Z 5 B = 2 = B =
- [ =T - [irss =T
Aluminum (ppm) Chromium (ppm)
25 25
o | Bevere o | Bevere
20¢ O 20t o
5 15
& &
= Abnomal = Abnomal
040 040
5 5
0 0 =
o Lo Lo -+ o7 -+ -+ -+
[ [ [ [} (] [ ] [ ] [}
] 3 E E ] 3 z E
- [ =T - [irss =T
Copper (ppm) Silicon (ppm)
35 50
on | Bevere
04 o | Severe
40t o
25
_20 _30
2 5 Abnomal 2 | Abnomal
2040
0
\ 10 \W
5
0 0
= = = =4 B = = =4
(22} [32] o (43 (2] [32] [52] (43
= ] g = T =T
Viscosity @ 100°C Base Number
19 12.0
: Abnomal 100 EBase
s= | B =
! =
=16 a; 8.0
% 15 Base ;—r: 80 /
% E 4 Abnomnal
/”"«A 2 407
j I%mmm""“'‘“-----..__...-----'*" @ 99
£
0.0
= = = =4 B = = =4
L] [3] o w L] (3] o w
s 3 = E 5 e
- lj_) = =4 L) =
Report Id: VOLVO0090 [WUSCAR] 06231913 (Generated: 07/11/2024 12:23:32) Rev: 1 Contact/Location: TODD LARK - VOLVO0090

Page 2 of 2


http://www.tcpdf.org

	VOLVO VOLVO EC220EL 315670\Diesel Engine [VCP451400] 06 Jul 2024 @ 2502.0 hrs

