0IL ANALYSIS REPORT

DANIEL KASIDI LEONESSA  VOLVOPENTA 7008488108 - STARBOARD DIESEL ENGINE
Sample No:  VPA055985

Oil Type: VOLVO PENTA SAE 15W40

MARINE DIESEL SERVICES INC

SAMPLE INFORMATION
Sample Number VPA055985 VPA045498 VPA031075
Sample Date 04 Aug 2023 07 Oct 2022 26 Jan 2021
Machine Hours 327 128 34 1711 WHITTIER AVE, SUITE B
Oil Hours 244 0 10 COSTA MESA, CA
Oil Changed N/A N/A Changed UsS 92627
Sample Status NORMAL NORMAL NORMAL Contact: BEN ALMAZAN

marinedieselservices@outlook.com

OIL CONDITION T: (949)612-8180
F: x:
Visc @ 100°C cSt m13.4 @135 m13.59
Base Number (BN) mg KOH/g 9.2 o114 — . .
Oxidation (PA) % 59 61 65 Diagnosis

CONTAMINATION

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is suitable for

Soot % % mo.3 [mo.2 0.1

Nitration (PA) % 53 49 44

Sulfation (PA) % 54 56 58

Glycol % NEG NEG NEG

Fuel 9% <1.0 <10 <10 further service.
Silicon ppm m21 m18 [m36

Sodium ppm mo m2 m4

Potassium ppm m2 m?2 w11

Iron ppm 020 o112 09

Copper ppm m46 mo me

Lead ppm m<1 oo 0o

Tin ppm m<1 m<1 0o

Aluminum ppm m2 o1 m2

Chromium ppm =1 m<1 m<1

Molybdenum ppm m52 m51 m2

Nickel ppm m1 m2 oo

Titanium ppm oo @o o<1

Silver ppm m2 mo m<1

Manganese ppm m<1 m<1 o<1

Vanadium ppm 0 <1 0

RDDITIVES

Calcium ppm m1411 m1393 m2514

Magnesium ppm m742 764 11

Zinc ppm m1244 m1318 m1107

Phosphorus ppm m1074 1085 984

Barium ppm =o m2 @o

Boron ppm ms8 mi12 m59
Depot: VP288530
Unique No: 10589070
Signed: Doug Bogart
Report Date: 08 Aug 2023

Report Id: VP288530 [WUSCAR] 05917156 (Generated: 08/08/2023 08:26:29) Rev: 1

Contact/Location: BEN ALMAZAN - VP288530

Page 1 of 2



0IL ANALYSIS REPORT

Iron (ppm) Lead (ppm)
160 200
Severe
140 ST ':
120 150
100
E 5o Abnoma £ 1001 Abnomal
80
40 50
20
0 0l
o B E o B E
=5 = = = = =
Aluminum (ppm) Chromium (ppm)
40 14
35| S 12} Saver
0 10
25
E 49 élhnum\d £ il
2 2 Abnomal
Gtao
15
10 #
5 2
0+ — 0+
o~ B E = B E
£ = = = = =
Copper (ppm) Silicon (ppm)
200 50
Severe Severe
O i04 o
150
a0 Abnomal
E E no
21007 Abnamal 2 o
& 20
50
/ 10
0+ 0+
= g E = B E
=5 = = =5 = =
Viscosity @ 100°C Base Number
18 120
17
Abnomal 3100 \
o p=
B =
£15 E
= & 6.0
71t g
2 40
13 Abnomal 2
12 =20
114+ 0.0+
™ 5 o ™ g =
3 ° < 3 ° =
Report Id: VP288530 [WUSCAR] 05917156 (Generated: 08/08/2023 08:26:32) Rev: 1 Contact/Location: BEN ALMAZAN - VP288530

Page 2 of 2


http://www.tcpdf.org

	VOLVO PENTA VOLVO PENTA 7008488108\Starboard Diesel Engine [VPA055985] 04 Aug 2023 @ 327.0 hrs

