0IL ANALYSIS REPORT

NADINE URCIUOLI JOHN DEANGELIS  VOLVO PENTA A470297 - STERNDRIVE - GEARBOX
Sample No:  VPA056429
Qil Type: VOLVO

SAMPLE INFORMATION
Sample Number VPA056429 . .
Sample Date 24 Aug 2023 Helmuts Marine Service
Machine Hours 1272 619 Canal Street
Oil Hours 1272 SAN RAFAEL, CA
Oil Changed Not Changd US 94901-3545
Sample Status NORMAL Contact: NADINE URCIUOLI

SERVICE@HELMUTSMARINE.COM

OIL CONDITION l: x:
X
Visc @ 40°C cSt m150
CONTAMINATION Diagnosis

Silicon ppm m2
Sodium ppm ma
Potassium ppm m1

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The

condition of the oil is acceptable for

PQ m12
Iron ppm m58
Copper ppm o1
Lead ppm oo
Tin ppm mo
Aluminum ppm m5
Chromium ppm m<1
Molybdenum ppm <1
Nickel ppm m3
Titanium ppm <1
Silver ppm 0
Manganese ppm <1
Vanadium ppm <1

ADDITIVES

Calcium ppm 0
Magnesium ppm 19
Zinc ppm 0
Phosphorus ppm 881
Barium ppm 0
Boron ppm 27

Report Id: VP152741 [WUSCAR] 05954345 (Generated: 09/21/2023 08:47:00) Rev: 1

Depot: VP152741
Unique No: 10655558
Signed: Jonathan Hester
Report Date: 20 Sep 2023

Contact/Location: NADINE URCIUOLI - VP152741

Page 1 of 2



0IL ANALYSIS REPORT

Iron (ppm) Lead (ppm)
350 80
Severe
300] SeveE 101 st
250 50
50
- 200 -
E E40
2150 l_jll:numd S
30
100 20
50 10
0 0
3 £ 3 £
Aluminum (ppm) Chromium (ppm)
10 25
Severe
8 70| ST
B - 15
E | Mo E
4 10 dﬂhnnm
2 5
0 0
3 2 2 2
Copper (ppm) Silicon (ppm)
200 40
35 Severe
:Smue ks
150 30
25
E 100 £ 5 | Abnomal
= Abnomal =
o 15
50 10
5
0 0
E e E E
Viscosity @ 40°C PQ
260 250
Abnamal
2404 8 2004 S5
220
=} 150
F 7001 Abnomal g
& 100 dﬂhnnm\d
180
160 50
140 0
= = = =

Report Id: VP152741 [WUSCAR] 05954345 (Generated: 09/21/2023 08:47:02) Rev: 1 Contact/Location: NADINE URCIUOLI - VP152741

Page 2 of 2


http://www.tcpdf.org

	VOLVO PENTA VOLVO PENTA A470297 - STERNDRIVE\Gearbox [VPA056429] 24 Aug 2023 @ 1272.0 hrs

