0IL ANALYSIS REPORT

VOLVO PENTA 7011444659 - PORT DIESEL ENGINE
Sample No:  VPA036315

Oil Type: DIESEL ENGINE OIL SAE 15W40

SAMPLE INFORMATION
Sample Number VPA036315 VPA027576 VPA033218
Sample Date 04 Oct 2023 16 May 2022 13 Sep 2021 SUNCOAST DIESEL MARINE
Machine Hours 999 738 . 6341 PORTER ROAD, SUITE 6
Oil Hours 0 0 0 SARASOTA, FL
Oil Changed N/A N/A Not Changd US 34240
Sample Status ATTENTION NORMAL NORMAL Contact: JOSHUA

OIL CONDITION

joshua@suncoastdmi.com
T: (941)342-0033
F: (941)342-0088

Visc @ 100°C ¢St 12.2 124 m126
Base Number (BN) mg KOH/g m9.5 =10.1 --- . .
Oxidation (PA) % 57 60 58 Diagnosis

CONTAMINATION

No corrective action is recommended
at this time. Resample at the next
service interval to monitor.All
component wear rates are normal.
Light fuel dilution occurring. The oil
viscosity is lower than normal. The
BN result indicates that there is
suitable alkalinity remaining in the oil.

Soot % % mo.3 [0o.3 0.5

Nitration (PA) % 53 55 56

Sulfation (PA) % 54 56 55

Glycol % NEG NEG NEG

Fuel % 2.6 <1.0 <1.0 . .
Silicon ppm o5 ms me Confirm oil type.
Sodium ppm Z4 @1 02

Potassium ppm m2 m<1 o<1

Iron ppm o7 0oe6 010

Copper ppm m13 m17 m25

Lead ppm mo m<1 m<1

Tin ppm m<1 m<1 =1

Aluminum ppm m1 m<1 0o

Chromium ppm o4 m<1 m<1

Molybdenum ppm me4 m59 56

Nickel ppm m<1 m1 o<1

Titanium ppm mo mo mo

Silver ppm o m<1 m<1

Manganese ppm mo o<1 o<1

Vanadium ppm 0 <1 0

RDDITIVES

Calcium ppm m1075 01094 m1023

Magnesium ppm 1002 0968 m909

Zinc ppm m1304 m1277 m1123

Phosphorus ppm m1106 [ 1059 @991

Barium ppm =o @o @o

Boron ppm m10 m2 m3
Depot: VP705283
Unique No: 10688771
Signed: Jonathan Hester
Report Date: 18 Oct 2023

Report Id: VP705283 [WUSCAR] 05976821 (Generated: 10/19/2023 15:28:04) Rev: 1

Contact/Location: JOSHUA ? - VP705283

Page 1 of 2



0IL ANALYSIS REPORT

Iron (ppm) Lead (ppm)
160 200
Severe
140§ Sevee ke
120 150
100
E 5o Abnoma £ 1001 Abnomal
i
40 50
20
e 0lr
= = B = = B
] g = =2 g =]
Aluminum (ppm) Chromium (ppm)
40 14
35| SeE 12] Severe
0 10
25
E 49 Abnaomal £ ]
[ - [+ Abnomal
G40
15
10 4
5 2
0le T 0Lf =
= = 3 T E 5
] § =2 =2 EE%" =]
Copper (ppm) Silicon (ppm)
200 50
Severe Severe
O i04 o
150
30 Abnomal
E E no
100 Abnormnal [+ 8
w 20
50
10
0 0l
= = 5 B E 3
] § o & Eﬁ‘? o
Viscosity @ 100°C Base Number
18 14.0
17} Abnomal _1z0f Atnema
o 2
16 100 .
— = ase
15 Esol®
2 | de= 5
5‘-‘;14 E 6.0 Abnomnal
2‘ o
13 2 40
12 20
11k 005
= = 5 T = 3
A § = 2 iE'i' =]
Report Id: VP705283 [WUSCAR] 05976821 (Generated: 10/19/2023 15:28:06) Rev: 1 Contact/Location: JOSHUA ? - VP705283

Page 2 of 2


http://www.tcpdf.org

	VOLVO PENTA VOLVO PENTA 7011444659\Port Diesel Engine [VPA036315] 04 Oct 2023 @ 999.0 hrs

