0IL ANALYSIS REPORT

VRABECK VRABECK VOLVOPENTAA1037751 - STARBOARD DIESEL ENGINE

Sample No:  VPA062751
Qil Type: {unknown}

SAMPLE INFORMATION
Sample Number VPA062751 --- --- --- Harrv's Marine Service LLC
Sample Date 20 Jun 2024 - - - 1:?': C'tarm:t ervice
Machine Hours 0 --- -—- --- o ’ ClArus ’
Oil Hours 0 o . o U;ar;g:,w
Oll Changed N/A Contact: TARAH AULD
Sample Status NORMAL --- --- --- ontact

info@harrysmarine.com
T: (714)771-7899

OIL CONDITION

Report Id: VP867279 [WUSCAR] 06220335 (Generated: 06/25/2024 17:14:25) Rev: 1

F:
Visc @ 100°C cSt m14.67
Base Number (BN) mg KOH/g m8.6 --- - --- . .
Oxidation (PA) % 49 Diagnosis
No corrective action is recommended
CONTAMINATION at this time. Resample at the next
service interval to monitor.All
Water % NEG - - - component wear rates are normal.
Soot % % 0.1 --- --- --- There is no indication of any
Nitration (PA) % 54 - - ——- contamination in the oil. The BN
Sulfation (PA) % 47 — i L result indicates that there is suitable
Glycol % NEG . . . aIkaIir\_ity remaining .in the oil. The
Bl % <1.0 o - - Cond.ItIOI’T of thg oil is acceptable for
. the time in service.
Silicon ppm mé6 --- --- ---
Sodium ppm oo === --- -
Potassium ppm m2 - --- ---
Iron ppm m14 --- - -
Copper ppm m3 - - -
Lead ppm m1 - --- -
Tin ppm o<1 - - ——
Aluminum ppm m3 -—- --- -
Chromium ppm o<1 --- -—- ==
Molybdenum ppm m27 - --- -
Nickel ppm o1 --- - ——
Titanium ppm m<1 --- --- -
Silver ppm m<1 --- -—- —-
Manganese ppm <1 - --- -
Vanadium ppm <1 - - ——
ADDITIVES
Calcium ppm m1694 --- --- -
Magnesium ppm m369 -—- --- -—-
Zinc ppm m1086 --- --- -—-
Phosphorus ppm @ 1005 --- --- ---
Barium ppm m1 - --- -—-
Boron ppm o1 === === === Depot: VP867279
Unique No: 11098532
Signed: Doug Bogart
Report Date: 25 Jun 2024

Contact/Location: TARAH AULD - VP867279

Page 1 of 2



0IL ANALYSIS REPORT

Iron (ppm) Lead (ppm)
160 200
Severe
140 ST ':
120 150
100
E 5o Abnoma £ 1001 Abnomal
80
10 50
20
0 0
= = = =
Aluminum (ppm) Chromium (ppm)
40 14
35| S 12} Saver
0 10
25
E 49 Abnomal £ il
2 ° 35 I:J‘M:nunnd
15
10 #
5 2
0 0
= = = =
Copper (ppm) Silicon (ppm)
200 50
Severe Severe
O i04 o
150
a0 Abnomal
E E no
21007 Abnamal 2 o
” 20
50
10
0 0
= = = =
Viscosity @ 100°C Base Number
18 100
171 Abnomal _
o = 8.0
16 =
. e
s E 60
g E 40
2
131 Abnomal 2
o @ 20
12
1 0.0
3 3 3 3

Report Id: VP867279 [WUSCAR] 06220335 (Generated: 06/25/2024 17:14:27) Rev: 1 Contact/Location: TARAH AULD - VP867279

Page 2 of 2


http://www.tcpdf.org

	VOLVO PENTA VOLVO PENTA A1037751\Starboard Diesel Engine [VPA062751] 20 Jun 2024 @ .0 hrs

