WEReX

Machine Id

FA6-6G1-GTB

Component

PETRO CANADA TURBOFLO XL46 (--- GAL)

DIAGNOSIS

Recommendation

Resample at the next service interval to monitor.
NOTE: Please provide information regarding
reservoir capacity, filter type and micron rating with
next sample.

Wear
All component wear rates are normal.

Contamination

The system cleanliness is acceptable for your target
ISO 4406 cleanliness code. The system and fluid
cleanliness is acceptable.

Fluid Condition
The AN level is acceptable for this fluid. The
condition of the oil is suitable for further service.
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To discuss this sample report, contact Customer Service at 1-800-268-2131.
Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab.
Validity of results and interpretation are based on the sample and information as supplied.

Report Id: ONT801TIM [WCAMIS] 02534292 (Generated: 05/29/2024 10:59:07) Rev: 1

Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9  Ontario Power Generation - Northeast Operations

Sample No. :WC0618993 Received :19 Jan 2023 801 MOUNTJOY ST S, BOX 966

1S0 17025:2017 Lab Number : 02534292 Tested : 20 Jan 2023 TIMMINS, ON
f::::l‘:r‘; Unique Number : 5515291 Diagnosed  :23Jan 2023 - Kevin Marson CA P4N 7H1
Test Package :IND 2 ( Additional Tests: PrtCount, TAN Man ) Contact: Joey De Pinto

joey.depinto@opg.com
T: (705)363-0268
F:
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