WEReX

Machine Id

DHKCEWARTK5001421

Component

Front Right Gear Case
Fluid

DOOSAN 80W90 (--- GAL)

DIAGNOSIS

Recommendation
Resample at the next service interval to monitor.

Wear
All component wear rates are normal.

Contamination

There is no indication of any contamination in the
oil.

Fluid Condition

Viscosity of sample indicates oil is within SAE 80
range, advise investigate. The condition of the oil is
acceptable for the time in service.
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Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9 C.G. EQUIPMENT

—2 Sample No. 1 WC0811290 Received 126 Apr 2023 7367 Wellington Rd. 30, Unit A

150 17025:2017 Lab Number :02553696 Diagnosed 126 Apr 2023 Guelph, ON
:‘::::{?; Unique Number : 5566711 Diagnostician : Kevin Marson CA NOM 2T0
Test Package :MOB 1 Contact: Maureen McDonald

To discuss this sample report, contact Customer Service at 1-800-268-2131. mmcdonald@cgequipment.com
Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab. T:

Validity of results and interpretation are based on the sample and information as supplied. F: (519)837-2055
Report Id: CGEGUE [WCAMIS] 02553696 (Generated: 07/10/2023 13:44:12) Rev: 1 Contact/Location: Maureen McDonald - CGEGUE
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