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Gearbox

Fluid

MOBIL SHC 629 (22 GAL)

SAMPLE INFORMATION  method
Recommendation Sample Number
Resample at the next service interval to monitor. Sample Date
Wear Machine Age
All component wear rates are normal. Oil Age
Contamination Qil Changed
There is no indication of any contamination in the Sample Status
of. WEAR METALS
Fluid Condition
The AN level is acceptable for this fluid. The PQ
condition of the oil is suitable for further service. Iron
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FLUID DEGRADATION
Acid Number (AN)

Report Id: NAVENF [WCAMIS] 02579213 (Generated: 08/30/2023 09:46:39) Rev: 1
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Contact/Location: Justin Steeves - NAVENF
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Acid Number

070 VISUAL method limit/base current history1 history?2
% White Metal scalar Visual* NONE NONE NONE NONE
goso Yellow Metal scalar Visual* NONE NONE NONE NONE
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Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9 NAV CANADA
.. Sample No. 1 WC0823247 Received 129 Aug 2023 1610 OLD GUYSBOROUGH RD
1S0 17025:2017 Lab Number :02579213 Diagnosed : 30 Aug 2023 ENFIELD, NS
:‘::::{?; Unique Number : 5632273 Diagnostician : Wes Davis CA B2T 1B9

Test Package :IND 2 Contact: Justin Steeves
To discuss this sample report, contact Customer Service at 1-800-268-2131. steevej@navcanada.ca

Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab. T: (902)873-1384
Validity of results and interpretation are based on the sample and information as supplied. F:

Report Id: NAVENF [WCAMIS] 02579213 (Generated: 08/30/2023 09:46:39) Rev: 1 Contact/Location: Justin Steeves - NAVENF
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