N Sample Rating Trend
WERSCK  OIL ANALYSIS REPORT

Area

Harvest Gear Drives [412256174]

;j‘ 10-420 Blood Chain - Maximo #2394 #1000029438 (SIN 0221-07742-1419)

Gearbox
Fluid

KLUBER KLUBEROIL 4 UH1-460 N (--- GAL) o014 0015 Jund0l6  Oct2017  Ma2020  Mard0zl .szuzz -sznzz

DIAGNOSIS SAMPLE INFORMATION  method limit/base current history1 history2

Recommendation Sample Number Client Info WC0844329 \WC0807881  WC0789021
Resample at the next service interval to monitor. Sample Date Client Info 18 Aug 2023 15 May 2023 14 Feb 2023
NOTE: Please provide information regarding Machine Age hrs Client Info 0 0 0
reservoir capacity, filter type and micron rating with Oil Age hrs Client Info 0 0 0
next sample. . 9 .

Oil Changed Client Info N/A N/A N/A
Wear Sample Status NORMAL NORMAL ABNORMAL

All component wear rates are normal.

Contamination WEAR METALS method limit/base current history1 history2
The water content is negligible. There is no PQ ASTM D8184* 0 0 0
indication of any contamination in the oil. Iron ppm ASTMD5185(m) >200 5 6 4
Fluid Condition Chromium ppm  ASTMD5185m) >15 0 0 0
The AN level is acceptable for this fluid. The Nickel ppm  ASTMD5185(m) >15 0 0 0
condition of the oil is suitable for further service. Titanium ppm  ASTMD5185(m) 0 0 0
Silver ppm  ASTM D5185(m) 0 0 0
Aluminum ppm  ASTMD5185m) >25 <1 <1 <1
Lead ppm  ASTMD5185m) >100 4 8 2
Copper ppm  ASTMD5185(m) >200 92 89 73
Tin ppm  ASTMD5185m) >25 12 11 8
Antimony ppm  ASTMD5185m) >5 0 0 <1
Vanadium ppm  ASTMD5185(m) 0 0 0
Beryllium ppm  ASTMD5185(m) 0 0 0
Cadmium ppm  ASTM D5185(m) 0 0 0
ADDITIVES method limit/base current history1 history2
Boron ppm ASTM D5185(m) <1 <1 2
Barium ppm  ASTMD5185(m) 0 0 0
Molybdenum ppm  ASTMD5185(m) 0 0 2
Manganese ppm  ASTM D5185(m) 0 0 0
Magnesium ppm  ASTMD5185(m) 0 0 <1
Calcium ppm  ASTMD5185(m) <1 0 0
Phosphorus ppm  ASTMD5185(m) 644 678 635
Zinc ppm  ASTM D5185(m) 4 3 4
Sulfur ppm  ASTMD5185(m) 608 608 816
Lithium ppm  ASTM D5185(m) <1 <1 <1
CONTAMINANTS method limit/base current history1 history2
Silicon ppm  ASTMD5185m) >50 23 26 22
Sodium ppm  ASTMD5185(m) 0 <1 0
Potassium ppm  ASTMD5185(m) >20 <1 <1 <1
Water % ASTM D6304* >0.2 0.005
ppm Water ppm  ASTMD6304* >2000 58.6
FLUID DEGRADATION method limit/base history1 history2
Acid Number (AN)  mgKOHg ASTM D974* 1.10 1.06 0.90
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OIL ANALYSIS REPORT

- Water VISUAL method limit/base current history1 history2
0,95 | SREE White Metal scalar Visual* NONE VLITE NONE NONE
. Yellow Metal scalar Visual* NONE NONE NONE NONE
T Precipitate scalar Visual* NONE NONE NONE NONE
o Silt scalar Visual* NONE NONE NONE NONE
0.24 1 Jbnommal Debris scalar Visual* NONE VLITE NONE NONE
0.00 Sand/Dirt scalar Visual® NONE NONE NONE NONE
- S 5 = &% 2 @ Appearance scalar Visual*  NORML WGOIL NORML NORML
& < 5 & = = £ £ Odor scalar Visual*  NORML NORML NORML NORML
Water Emulsified Water scalar Visual* >0.2 NEG NEG NEG
1.20 Free Water scalar Visual* NEG NEG NEG
096y T FLUID PROPERTIES method  limitbase current history1 history2
g Visc @ 40°C ¢St ASTMD7279(m) 460 413 412 274
#0.48
SAMPLE IMAGES method limit/base current history1 history?2
0.24 1 Abnomal
0.00 - -
S-S = &= % & Color
¥ & § 3 §E : % %
Viscosity @ 40°C
550
cp0, dibnoma Bottom
B
_ 450
%400 Abnomal ‘ r
‘2350 V
300 GRAPHS
250 + + Ferrous Alloys PQ
= g £ § & § § 10 22
2 i 2 B - = = iron
E . = s - Eﬁ; ! sansasssnsnas Cf 10 ML 200 “S'm“
L ———— T R -
PQ B SRR L
250 2 160
2001 Savere ! e = o = = =& = 140
O - - T
g - -7 * 100 dAbnomal
100 Abnomal Non-ferrous Metals
100 80
50 80 e .
0 _/--.__/\,—— E BOT cananesnamman i 10
T g g2 £ 8§ &§ 1 i
: - ) ) ) - "3 w © ~ ﬂ: g o o 0 - e
g s § &8 2 2 § 3 ¥ § % 3 0§ %X % %
Viscosity @ 40°C Acid Number
] =15
o0 e 2 M\/
g G 210
Z 4001 JER ¥ ol 5
2, V’_\/ £os
zuu.* — ~+ — = =+ —+ . EDD — - - - —
Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9 Cargill Meat Solutions
Sample No. 1 WC0844329 Received 131 Aug 2023 165 Dunlop Drive
150 17025:2017 Lab Number :02579817 Diagnosed 1 05 Sep 2023 Guelph, ON
:‘::::{?; Unique Number : 5632877 Diagnostician : Kevin Marson CA NiL 1P4

Test Package

1 IND 2 ( Additional Tests: KF, TAN Man )

To discuss this sample report, contact Customer Service at 1-800-268-2131.
Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab.
Validity of results and interpretation are based on the sample and information as supplied.

Report Id: CARGUE [WCAMIS] 02579817 (Generated: 09/05/2023 09:17:48) Rev: 1

Contact: Jakub Posluszny
jakub_posluszny@cargill.com
T: (519)823-5200

F: (519)823-5893

Contact/Location: Jakub Posluszny - CARGUE
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http://www.oilanalysis.net/CommonFiles/Reports/default/SR-GENERATE.php?ss=L-5632877-2765573&lid=5632877&oem_template=WEARCHECK
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