WEReX

Machine Id

BC124

Component

Gearbox
Fluid

MOBIL SHC 630 (8 QTS)

DIAGNOSIS

Recommendation

Confirm the source of the lubricant being utilized for
top-up/fill. Resample at the next service interval to
monitor.

Wear
All component wear rates are normal.

Contamination

There is no indication of any contamination in the
oil.

Fluid Condition

Additive levels indicate the addition of a different
brand, or type of oil. The condition of the oil is
acceptable for the time in service.
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' Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9 G3 HAMILTON
€ ) CALA
e T e Sample No. : WC0739299 Received : 31 Aug 2023 475 EASTPORT BLVD, PIER 26
150 17025:2017 Lab Number : 02579891 Diagnosed : 01 Sep 2023 HAMILTON, ON
f:;:ﬂ':d Unique Number : 5632951 Diagnostician : Kevin Marson CA L8H 7S3
7 Test Package :IND 1 Contact: Steven Kelly
To discuss this sample report, contact Customer Service at 1-800-268-2131. steven_kelly@g3.ca
Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab. T: (905)526-4269
Validity of results and interpretation are based on the sample and information as supplied. F:
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