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Machine Id

PRIMARY AIR FAN F2 - inboard bearing (S/N 1-31100-F2)

Component

Inboard Bearing
Fluid

ESSO NUTO H ISO 46 (--- GAL)

DIAGNOSIS SAMPLE INFORMATION  method

Recommendation Sample Number
Resample at the next service interval to monitor. Sample Date
NOTE: Please provide information regarding Machine Age hrs
reservoir capacity, filter type and micron rating with Oil Age hrs
next sample. .

Oil Changed
Wear

Sample Status
All component wear rates are normal.
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There is no indication of any contamination in the Water

oil.

Fluid Condition ISR

The condition of the oil is acceptable for the time in Iron ppm

service. Chromium ppm
Nickel ppm
Titanium ppm
Silver ppm
Aluminum ppm
Lead ppm
Copper ppm
Tin ppm
Antimony ppm
Vanadium ppm
Beryllium ppm
Cadmium ppm

ADDITIVES
Boron ppm
Barium ppm
Molybdenum ppm
Manganese ppm
Magnesium ppm
Calcium ppm
Phosphorus ppm
Zinc ppm
Sulfur ppm
Lithium ppm
CONTAMINANTS

Silicon ppm
Sodium ppm
Potassium ppm
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Viscosity @ 40°C

o VISUAL method limit/base current history1 history?2
Abnomal
5017 White Metal scalar Visual* NONE NONE NONE NONE
. S\ YelowMetal scalar Visual*  NONE NONE NONE NONE
gii R~ \,  Precipitate scalar Visual*  NONE NONE NONE NONE
. Silt scalar Visual*  NONE NONE NONE NONE
g, oo Debris scalar Visual* NONE NONE NONE NONE
a8 Sand/Dirt scalar Visual* NONE NONE NONE NONE
- S E & = E E Appearance scalar Visual*  NORML NORML NORML NORML
= & & ¢ 2 % 2 = & Odor scalar Visual*  NORML NORML NORML NORML
Emulsified Water scalar Visual* >2 NEG NEG NEG
Free Water scalar Visual* NEG NEG NEG
FLUID PROPERTIES method limit/base current history1 history2
Visc @ 40°C cSt ASTMD7279(m) 46 43.8 48.6 48.9
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Viscosity @ 40°C
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Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9

S Sample No. 1 WC0851404 Recieved 119 Dec 2023
150 17025:2017 Lab Number :02604152 Diagnosed 119 Dec 2023
:‘::::{?; Unique Number : 5697237 Diagnostician : Kevin Marson

Test Package :IND 1

To discuss this sample report, contact Customer Service at 1-800-268-2131.

Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab.
Validity of results and interpretation are based on the sample and information as supplied.
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Ontario Power Generation
ATIKOKAN T.G.S., BOX 1900
ATIKOKAN, ON

CA POT 1CO

Contact: Dale Anthony
dale.anthony@opg.com

T.

F: (807)597-1198
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