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DIAGNOSIS

Recommendation
We advise that you check for faulty combustion and
a possible overheat condition. The oil change at the
time of sampling has been noted. We recommend
an early resample to monitor this condition.

Wear
Iron ppm levels are abnormal. Cylinder, crank, or
cam shaft wear is indicated.

Contamination
There is an abnormal level of sulfation indicated.

Fluid Condition
A small degree of oil oxidation was indicated. The
oil is no longer serviceable as a result of the
abnormal and/or severe wear.
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;r{-’““ CALA Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9 PERFORMANCE EQUIPMENT - VISION TRUCK

Vst Sample No. : WC0853701 Recieved : 28 Dec 2023 415 EVANS AVENUE

1S0 17025:2017 Lab Number : 02605537 Diagnosed : 02 Jan 2024 ETOBICOKE, ON

f:;;ﬂ':; Unique Number : 5698622 Diagnostician : Kevin Marson CA M8W 0B3

Test Package :MOB 1 ( Additional Tests: Glycol, PQ) Contact: Service

To discuss this sample report, contact Customer Service at 1-800-268-2131. etobservice@visiontruckgroup.com

Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab. T:

Validity of results and interpretation are based on the sample and information as supplied. F:
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