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Area

1497077]

achine Id

NOVA BUS 1634

Component

Natural Gas Engine
Fluid

VALVOLINE PREMIUM BLUE 9200 15W40 (--- GAL)

Recommendation Sample Number
Resample at the next service interval to monitor. Sample Date
Wear Machine Age

All component wear rates are normal. Oil Age

Contamination Oil Changed
There is no indication of any contamination in the Sample Status
ol CONTAMINATION

Fluid Condition W
The condition of the oil is acceptable for the time in ater

service. WEAR METALS
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Silicon
Sodium
Potassium

INFRA-RED
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FLUID DEGRADATION

Oxidation
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Viscosity @ 100°C
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Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9 CITY OF HAMILTON
—2 Sample No. 1 WC0891083 Recieved 117 Jan 2024 2200 UPPER JAMES,, MOUNTAIN TRANSIT STOREROOM
1S0 17025:2017 Lab Number :02609267 Diagnosed 117 Jan 2024 MOUNT HOPE, ON
:‘::Lﬂ?d Unique Number : 5710353 Diagnostician : Kevin Marson CA LOR 1WO
¥ Test Package :MOB 1 Contact: Jeff Parr
To discuss this sample report, contact Customer Service at 1-800-268-2131. jeff.parr@hamilton.ca
Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab. T: (905)546-2424
Validity of results and interpretation are based on the sample and information as supplied.

F: (905)679-4502
Report Id: HAMHAM [WCAMIS] 02609267 (Generated: 01/17/2024 16:28:57) Rev: 1
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