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Area

MC001347]

achine Id

HILL PHOENIX RACK B

Component

Reciprocating Compressor
Fluid

{not provided} (--- GAL)

DIAGNOSIS

Recommendation

Resample at the next service interval to monitor.
Please specify the brand, type, and viscosity of the
oil on your next sample.

Wear
All component wear rates are normal.

Contamination
The water content is negligible. There is no
indication of any contamination in the oil.

Fluid Condition
The AN level is acceptable for this fluid. The
condition of the oil is suitable for further service.

Sample Rating Trend
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———
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a
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Water (KF)

Mar/24

MarB/24

VISUAL
White Metal scalar
Yellow Metal scalar
Precipitate scalar
Silt scalar
Debris scalar
Sand/Dirt scalar
Appearance scalar
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Emulsified Water scalar
Free Water scalar
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Visc @ 40°C
SAMPLE IMAGES
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: WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9

: WC0794359 Received : 26 Mar 2024
: 02624698 Tested : 26 Mar 2024
15749817 Diagnosed  :27 Mar 2024 - Kevin Marson

1 IND 2 ( Additional Tests: KF, TAN Man )

To discuss this sample report, contact Customer Service at 1-800-268-2131.
Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab.
Validity of results and interpretation are based on the sample and information as supplied.

Marb/24

Neelands Group Limited
4131 Palladium Way
Burlington, ON

CA L7M 0V9

Contact: Mike Squires
mike.squires@neelands.com
T: (905)975-0794

F: (905)334-7090

Contact/Location: Mike Squires - NEEBUR
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