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Area

(C-GIGU)

achine Id

[C-GIGU] CESSNA 172N L-4042-76T

Component

Piston Aircraft Engine
Fluid

SHELL AEROSHELL W 15W50 MGR (6 QTS)

Recommendation Sample Number
Resample at the next service interval to monitor. Sample Date
Wear TSN
All component wear rates are normal. TSO
Contamination Oil Age
There is no indication of any contamination in the Oil Changed
oil. Sample Status
Fluid Condition CONTAMINATION
The condition of the oil is acceptable for the time in
service. Fuel

Water

Glycol

WEAR METALS

hrs
hrs
hrs

Sample Rating Trend
NORMAL

n2018 JunZ018 OctZ018  AprZ019  JuZ019 MaZ020 JunZ021 FebZ023  Augl0z3

DIAGNOSIS SAMPLE INFORMATION  method

Client Info
Client Info
Client Info
Client Info
Client Info
Client Info

method

WC Method
WC Method
WC Method

limit/base current history1 history2

WC0892284 \WC0827889 WC0806813
03 Dec 2023 02 Aug 2023 17 May 2023

0 0 0

1659 1411 1312

50 49 50

N/A Changed Changed

NORMAL NORMAL NORMAL

Iron
Chromium
Nickel
Titanium
Silver
Aluminum
Lead
Copper
Tin
Antimony
Vanadium
Beryllium
Cadmium

ADDITIVES

Boron
Barium
Molybdenum
Manganese
Magnesium
Calcium
Phosphorus
Zinc

Sulfur
Lithium

CONTAMINANTS

Silicon
Sodium
Potassium

Report Id: ROC1490TT [WCAMIS] 02624933 (Generated: 03/27/2024 13:37:17) Rev: 1

ppm
ppm
ppm

ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)

method

ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)
ASTM D5185(m)

method
ASTM D5185(m)

ASTM D5185(m)
ASTM D5185(m)

limit/base current history1 history2
>4.0 <1.0 <1.0 <1.0
>0.1 NEG NEG NEG
NEG NEG NEG
limit/base history1 history2
>90 7 12 12
>20 <1 <1 1
>15 <1 1 1
0 0 0
>5 0 <1 0
>25 3 6 6
>20000 4026 3596 4401
>25 11 11 12
>30 0 0 0
0 0 0
0 0 0
0 0 0
0 0 <1
limit/base current history1 history2
<1 <1 <1
0 <1 0
5 0 0 <1
0 0 0
10 <1 0 1
10 <1 <1 8
1280 1084 1130 1188
10 4 8 6
1800 1303 1392 1199
<1 <1 <1
limit/base current history1 history2
>15 2 4 3
<1 <1 <1
>20 0 0 0

Contact/Location: Patrick Giunta - ROC1490TT
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Viscosity @ 100°C

. VISUAL method limit/base current history1 history2
217 dhenemn White Metal scalar Visua*  NONE NONE NONE NONE
20

a Yellow Metal scalar Visual* NONE NONE NONE NONE

=19 ﬁ/\

S ‘/-/\_\v/\\//\ Precipitate scalar Visual* NONE NONE NONE NONE

@n Silt scalar Visual* NONE NONE LIGHT VLITE
:E Bocmd Debris scalar Visual*  NONE NONE NONE NONE
14 Sand/Dirt scalar Visual* NONE NONE NONE NONE

s § § § E § §8 § § Appearance scalar Visual* ~ NORML NORML NORML NORML
= 5 ° 2 3 2 3 & = Odor scalar Visual* NORML NORML NORML NORML
Emulsified Water scalar Visual* >0.1 NEG NEG NEG
Free Water scalar Visual* NEG NEG NEG
FLUID PROPERTIES method limit/base current history1 history2
Visc @ 100°C cSt ASTMD7279(m) 18.2 18.2 18.9 18.5
GRAPHS
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Viscosity @ 100°C
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Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9 ROCKCLIFFE FLYING CLUB
~...  Sample No. :WC0892284 Received : 27 Mar 2024 1495 SIR GEORGE-ETIENNE, CARTIER PARKWAY MAINTENANCE
150 17025:2017 Lab Number : 02624933 Tested : 27 Mar 2024 OTTAWA, ON
:‘::Lﬂ?d Unique Number : 5750052 Diagnosed  :27 Mar 2024 - Kevin Marson CA K1K 4Y5
4 Test Package :AVI1 Contact: Patrick Giunta
To discuss this sample report, contact Customer Service at 1-800-268-2131. maintenance@rfc.ca
Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab. T: (613)746-4425
Validity of results and interpretation are based on the sample and information as supplied. F: x:
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