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Area

Machine Id

SAB2 G15

Component

Thrust Bearing
Fluid

PETRO CANADA TURBOFLO XL46 (3182 LTR)

DIAGNOSIS

Recommendation
We recommend you service the filters on this
component. We recommend an early resample to
monitor this condition. Please contact your
representative for information regarding the proper
sampling kits for your service. NOTE: We
recommend using IND 3 test kits, this testkit
includes Analytical Ferrography which provides a
detailed morphological analysis of wear particles
present in the fluid.

Wear
Component wear rates appear to be normal
(unconfirmed).

Contamination
There is a moderate amount of silt (particulates <
14 microns in size) present in the oil. The system
cleanliness is above the acceptable limit for the
target ISO 4406 cleanliness code.

Fluid Condition

The AN level is acceptable for this fluid. The oil is
still serviceable provided that the contaminant(s)
can be reduced to acceptable levels.

Particle Filter (Magn: 200 x)
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CALA Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9 Ontario Power Generation
“ Tos.. Sample No. :WC0890841 Received : 28 Mar 2024 NIAGARA PLANT GROUP,, 14000 NIAGARA PKWY
150 17025:2017 Lab Number : 02625269 Tested 101 Apr 2024 NIAGARA ON THE LAKE, ON
:‘::;i?d Unique Number : 5750388 Diagnosed :01 Apr2024 - Kevin Marson CA LOS 1J0
¥ Test Package :IND 2 ( Additional Tests: BottomAnalysis, FilterPatch, PrtFilter, TAN Man)  Contact: Michael Brochu
To discuss this sample report, contact Customer Service at 1-800-268-2131. mike.brochu@opg.com
Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab. T: (905)357-0322
Validity of results and interpretation are based on the sample and information as supplied. F: (905)374-5466
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