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WERSCK  OIL ANALYSIS REPORT

Machine Id

CATERPILLAR R1600H SCP222

Component

Transmission (Manual)

Fluid
HD 30 (--- GAL) | — — c— — c—— — e a—

0ct2023  Dect023  Janf024  Jan02d  Ma2028  Ap2024  MayZ02é  Jun20Z4

DIAGNOSIS SAMPLE INFORMATION  method limit/base current history1 history2
Recommendation Sample Number Client Info WC0952419 \WC0940500 WC0920152
Resample at the next service interval to monitor. Sample Date Client Info 08 Jun 2024 09 May 2024 10 Apr 2024
Wear Machine Age hrs Client Info 1976 1706 1373
All component wear rates are normal. Oil Age hrs Client Info 0 0 250
Contamination Oil Changed Client Info Changed Changed Not Changd
There is no indication of any contamination in the Sample Status NORMAL NORMAL NORMAL

fluid.

Fluid Condition
The condition of the fluid is acceptable for the time

CONTAMINATION method limit/base current history1 history2
Water WC Method >0.1 NEG NEG NEG

in service. WEAR METALS method limit/base current history1 history2
Iron ppm  ASTMD5185m) >200 20 18 11
Chromium ppm  ASTMD5185m) >5 0 0 0
Nickel ppm  ASTMD5185m) >5 0 0 0
Titanium ppm  ASTM D5185(m) 0 0 0
Silver ppm  ASTMD5185m) >7 0 0 0
Aluminum ppm  ASTMD5185m) >25 1 1 <1
Lead ppm  ASTMD5185m) >45 2 1 <1
Copper ppm  ASTMD5185m) >225 21 17 12
Tin ppm  ASTMD5185m) >10 0 0 0
Antimony ppm  ASTMD5185(m) 0 0 0
Vanadium ppm  ASTMD5185(m) 0 0 0
Beryllium ppm  ASTMD5185(m) 0 0 0
Cadmium ppm  ASTMD5185(m) 0 0 0

ADDITIVES method limit/base current history1
Boron ppm  ASTMD5185(m) 1 <1 <1
Barium ppm  ASTM D5185(m) <1 <1 <1
Molybdenum ppm  ASTMD5185(m) 0 0 0
Manganese ppm  ASTMD5185(m) <1 <1 <1
Magnesium ppm  ASTMD5185(m) 9 9 9
Calcium ppm  ASTMD5185(m) 3479 3477 3519
Phosphorus ppm  ASTMD5185(m) 932 918 919
Zinc ppm  ASTMD5185(m) 1111 1096 1107
Sulfur ppm  ASTMD5185(m) 7980 7906 8039
Lithium ppm  ASTM D5185(m) <1 <1 <1
CONTAMINANTS method limit/base current history1 history?2

Silicon ppm  ASTMD5185(m) >125 5 5 4
Sodium ppm  ASTMD5185(m) 1 1 1
Potassium ppm  ASTMD5185m) >20 <1 <1 <1
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o Viscosity @ 40°C VISUAL method limit/base current history1 history2
I White Metal scalar Visual*  NONE NONE NONE NONE
o Yellow Metal scalar Visual* NONE NONE NONE NONE
g Precipitate scalar Visual* NONE NONE NONE NONE
% b0y Jemomd Silt scalar Visual*  NONE NONE NONE NONE
70 Debris scalar Visual* NONE NONE NONE VLITE
&0 Sand/Dirt scalar Visual* NONE NONE NONE NONE
7:; E é g “ ﬁ % E:f Appearance scalar Visual* NORML NORML NORML NORML
= - = = 2 < = B Odor scalar Visual* NORML NORML NORML NORML
Emulsified Water scalar Visual* >0.1 NEG NEG NEG
Free Water scalar Visual* NEG NEG NEG

FLUID PROPERTIES method limit/base current history1 history2
Visc @ 40°C cSt ASTM D7279(m) 96.7 96.6 95.6
SAMPLE IMAGES method limit/base current history1 history?2

. ‘
Bottom (S |
GRAPHS
Iron (ppm) Lead (ppm)
17 Severs 100 Severs
g ml A B 53} Abmomal
] i)
Aluminum (ppm) Chromium (ppm)
100 n
g \ ‘?amﬁ'“ - B ul Gae
Copper (ppm) Silicon (ppm)
1000 00
E Smors | faw ]
Viscosity @ 40°C Additives
200 000
E‘il}]l %ﬂ__ B :}J:w —
0 RE————

3 CALA Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9 Agnico Eagle Canada
=4 T.=.. Sample No. :WC0952419 Received : 13 Jun 2024 1350 Government Rd. W, MACASSA COMPLEX
150 17025:2017 Lab Number : 02641779 Tested 114 Jun 2024 Kirkland Lake, ON

::::‘r:l?d Unique Number : 5799318 Diagnosed : 14 Jun 2024 - Wes Davis CA P2N 3J1

s Test Package : MOB 1 Contact: Mitch Lamontagne

To discuss this sample report, contact Customer Service at 1-800-268-2131. AEM_KL_macassaoilsampleresults@agnicoeagle.com

Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab. T: (705)567-5208

Validity of results and interpretation are based on the sample and information as supplied. F: (705)567-5221
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