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Area

Caster/Hydraulics

D - Strand 2-2 Hydraulic Tank

Component

Hydraulic System
Fluid

FORSYTHE NO FIRE WG 200R (5000 LTR)

Recommendation
We recommend you service the filters on this
component. Resample at the next service interval to
monitor.

Wear
All component wear rates are normal.

Contamination
There is a light amount of silt (particulates < 14
microns in size) present in the oil.

Fluid Condition

The AN level is acceptable for this fluid. The pH
level of this fluid is within the acceptable limits. The
reserve alkalinity of this fluid is acceptable. The
water concentration level is acceptable for this fluid.
The condition of the oil is suitable for further
service.
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Particle Count
B

“_ Acid Number (AN)  mgKOHg ASTM D974* 3.16 3.38 3.41
E = Alkiine Reserve (Oils) miKOHg ASTMDIf21* 210 207 203 203
% i g White Metal scalar Visual* NONE NONE NONE NONE
E Yellow Metal scalar Visual* ~ NONE NONE NONE NONE
: i Precipitate scalar Visual* NONE NONE NONE NONE
0+ = _ T Silt scalar Visual® NONE NONE NONE NONE
" g ' J ' Debris scalar Visual*  NONE NONE NONE NONE
@ Fartide; Tren Sand/Dirt scalar Visual®  NONE NONE NONE NONE
Appearance scalar Visual* NORML NORML NORML FRGLY
Odor scalar Visual* NORML NORML NORML NORML
Emulsified Water scalar Visual* NEG >10% >10%
Free Water scalar Visual* NEG NEG NEG
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T m = = & B B o - pH Scale0-14  ASTM D1287* 9.84 9.58 9.64
§ 8T § 31 § § § B Visc @ 40°C cSt  ASTMD7279m) 43 43.2 42.9 43.2
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i-\;:"" CALA Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9 STELCO - BOSC - Basic Oxygen Slab Caster

b - Sample No. : WC0956526 Received : 18 Jun 2024 2330 Regional Road #3, Door: BOSC8

150 17025:2017 Lab Number :02642693 Tested 121 Jun 2024 NANTICOKE, ON

:‘:;:::'t':; Unique Number : 5800232 Diagnosed  :21Jun 2024 - Kevin Marson CA NOA 1LO

Test Package :IND 2 ( Additional Tests: KF, pH, PQ, ReserveAlk ) Contact: Tom Walden

To discuss this sample report, contact Customer Service at 1-800-268-2131. Thomas.Walden@stelco.com

Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab. T: (519)587-4541

Validity of results and interpretation are based on the sample and information as supplied. F: (519)587-7702
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