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ASPIRE BAKERIES [4501256261]
MYCOM C #2

Component

Screw Compressor

Fluid

CIMCO TYPE A (35 LTR)

Sample Rating Trend

. 00000000

DIAGNOSIS SAMPLE INFORMATION  method

Recommendation Sample Number
Resample at the next service interval to monitor. Sample Date
Wear Machine Age
All component wear rates are normal. Oil Age

Contamination Oil Changed

The water content is negligible. There is no Sample Status
indication of any contamination in the oil. WEAR METALS
Fluid Condition PQ

The AN level is acceptable for this fluid. The

condition of the oil is suitable for further service. Iron
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FLUID DEGRADATION

Acid Number (AN)
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Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9
Sample No. :WC0948657 Received 102 Jul 2024
1S0 17025:2017 Lab Number :02644878 Tested : 03 Jul 2024
:;:L‘r:l?; Unique Number : 5802417 Diagnosed  : 03 Jul 2024 - Wes Davis
Test Package :IND 2 ( Additional Tests: KF )

To discuss this sample report, contact Customer Service at 1-800-268-2131.
Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab.
Validity of results and interpretation are based on the sample and information as supplied.
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CIMCO Refrigeration
1551 Corporate Drive
Burlington, ON

CA L7L 6M3

Contact: DAVID PARISE

DPARISE@ToROMONT.COM

T: (416)465-7581
F: (416)465-8815

Contact/Location: DAVID PARISE - CIMTOR
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