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AIRLUBE 268 [1378844]

ATLAS COPCO 11AH-BHO-500A - NRG SEWARD (SN AIF077495)

Component
Compressor

Recommendation Sample Number
Resample at the next service interval to monitor. Sample Date
Wear Machine Age

All component wear rates are normal. Oil Age
Contamination Qil Changed
There is no indication of any contamination in the Sample Status
oil.

Fluid Condition

The AN level is acceptable for this fluid. The
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FLUID DEGRADATION

Silicon
Sodium
Potassium
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Contact/Location: MIKE STRAZZERA - UCAIRPIT
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. Acid Number FLUID PROPERTIES method limit/base current history1 history2
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513
Sample No. 1 UCH05901349 Received 118 Jul 2023

AIR TECHNOLOGIES INC (PIT)
AccnEoiteo Lab Number :05901349 Diagnosed 120 Jul 2023

310 PLUM INDUSTRIAL CT

TESTING LABORATORY

PITTSBURGH, PA

Unique Number : 10562705 Diagnostician : Don Baldridge US 15239

Certificate L2367 Test Package :IND 2 Contact: MIKE STRAZZERA
To discuss this sample report, contact Customer Service at 1-800-237-1369. mike.strazzera@aircompressors.com
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T: (724)327-2818
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F: (412)788-4799
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