Weaetk

TKBT374

Hydraulic System
Fluid

AW HYDRAULIC OIL ISO 32 (--- GAL)

DIAGNOSIS

Recommendation
No corrective action is recommended at this time.
Resample at the next service interval to monitor.

Wear
All component wear rates are normal.

Contamination
There is a high amount of silt (particulates < 14
microns in size) present in the oil.

Fluid Condition
The AN level is acceptable for this fluid. The
condition of the oil is suitable for further service.
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FLUID CLEANLINESS

Particles >4um
Particles >6pm
Particles >14um
Particles >21um
Particles >38um
Particles >71um
Oil Cleanliness

FLUID DEGRADATION
Acid Number (AN)

Report Id: CARHAG [WUSCAR] 05924221 (Generated: 08/15/2023 16:20:46) Rev: 1

ISO
limit/base current history1 history2
Client Info WC0664376 -
Client Info 14 Aug 2023 -
Client Info 0
Client Info 0
Client Info N/A
ABNORMAL ---
method limit/base current history1 history2
ASTMD5185m  >20 4 -
ASTMD5185m >10 <1 B
ASTMD5185m  >10 0 -
ASTM D5185m 0 _
ASTM D5185m 0 B
ASTMD5185m >10 0 -
ASTMD5185m  >10 0 B
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ASTMD5185m  >10 0 -
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ASTMD5185m 5 0 .
ASTM D5185m <1
ASTMD5185m 25 4
ASTM D5185m 200 62
ASTMD5185m 300 343
ASTMD5185m 370 426
ASTMD5185m 2500 4950
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ASTMD5185m  >20 1
ASTM D5185m 0
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method limit/base current history1 history2
ASTM D7647 >5000 20638
ASTM D7647 >1300 190
ASTMD7647 >160 14
ASTM D7647 >40 5
ASTMD7647 >10 0
ASTMD7647 >3 0
ISO 4406 (c) >19/17/14 22/15/11
method limit/base current history1 history2
0.57 0.34

mgKOHg ASTM D8045

Contact/Location: CHUCK WISHARD - CARHAG
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Particle Trend
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- VISUAL method limit/base current history1 history?2
- oo White Metal scalar *Visual  NONE NONE -
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Centificate L2367

Report Id: CARHAG [WUSCAR] 05924221 (Generated: 08/15/2023 16:20:47) Rev: 1

Laboratory
Sample No.
Lab Number
Unique Number
Test Package
To discuss this sample report, contact Customer Service at 1-800-237-1369.

* - Denotes test methods that are outside of the ISO 17025 scope of accreditation.
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012)
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: WearCheck USA - 501 Madison Ave., Cary, NC 27513
: WC0664376 Received : 14 Aug 2023
105924221 Diagnosed : 15 Aug 2023

: 10604168 Diagnostician : Don Baldridge

: MOB 2 ( Additional Tests: KV100, VI )
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HIAB USA - HAGERSTOWN
148 WESTERN MARYLAND PKWY

HAGERSTOWN, MD

uS 21740

Contact: CHUCK WISHARD
CHUCK.WISHARD@HIAB.COM

T: (240)625-0045
F: (301)797-7284

Contact/Location: CHUCK WISHARD - CARHAG
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