WEReX

ULTRA COOLANT

Machine Id

INGERSOLL RAND CBV376485 - UPRR DESOTO

Component
Compressor

DIAGNOSIS

Recommendation

Resample at the next service interval to monitor.

Wear
All component wear rates are normal.

Contamination

There is no indication of any contamination in the

oil.
Fluid Condition
The AN level is acceptable for this fluid. The

condition of the oil is acceptable for the time in

service.
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 JOHN HENRY FOSTER COMPANY
Sample No. : UCH05999123 Received : 06 Nov 2023 4700 LEBOURGET STREET
AccREDITED Lab Number :05999123 Diagnosed : 07 Nov 2023 SAINT LOUIS, MO
=" Unique Number : 10727483 Diagnostician : Angela Borella US 63134
Certificate L2367 Test Package :IND 2 Contact: RACHEL VON HATTEN
To discuss this sample report, contact Customer Service at 1-800-237-1369. rvonhatten@jhf.com
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T: (314)593-1267
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F: (314)874-0965
Report Id: UCJOHSAI [WUSCAR] 05999123 (Generated: 11/07/2023 16:26:16) Rev: 1 Contact/Location: RACHEL VON HATTEN - UCJOHSAI

Page 2 of 2


http://www.oilanalysis.net/CommonFiles/Reports/default/SR-GENERATE.php?ss=L-10727483-4313981&lid=10727483&oem_template=WEARCHECK
http://www.tcpdf.org

	INGERSOLL RAND INGERSOLL RAND CBV376485 - UPRR DESOTO\Compressor [UCH05999123] 19 Oct 2023 @ 2582.0 hrs

