OIL ANALYSIS REPORT

Hilcorp Alaska, LLC

Machine Id

C 5531B C 5531B

Component

Reciprocating Compressor
Fluid

ROYAL PURPLE SYNFILM 150 (--- GAL)
DIAGNOSIS

Recommendation
Resample at the next service interval to monitor.

Wear
All component wear rates are normal.

Contamination

There is no indication of any contamination in the
oil. The amount and size of particulates present in
the system are acceptable.

Fluid Condition
The AN level is acceptable for this fluid. The
condition of the oil is suitable for further service.

Sample Rating Trend
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mgKOHg ASTM D8045

1111 ] 11111111132 11111|]
018 SepZ019  FebZ020 NovZ020 021 Ap2022  Sepl022  JunZ0Z3

limit/base

limit/base

>50
>10

>25
>25
>50
>15

limit/base

limit/base

>25

>20

limit/base

>2500
>320
>80

>20

>4
>--/18/15

limit/base

0.25

current history1 history2

HLC0002587 HLC0001478 HLC0002635
04 Nov 2023 03 Oct 2023 05 Sep 2023

0 0 0
0 0 0
N/A N/A N/A

NORMAL NORMAL NORMAL

current history1 history2

0 0 0

0 0 0

1] 0 0

0 0 0

0 0 0

<1 0 0

<1 0 0

0 <1 0

<1 0 0

0 0

1] 0 0
current history1 history2

0 0 0

0 0 0

0 0 0

0 <1 <1

95 88 95

2 3 1

1 <1 2

0 0 0

17912 17192 22805
current history1 history2

<1 <1 <1

0 1 1

0 0 1
current history1

1328 11007 810

219 2373 128

19 38 6

7 7 1

1] 0 0

0 0 0

18/15/11 21/18/12 17/14/10

current history1 history2

0.29 0.37 0.35

Contact/Location: Evan Reilly - BPEMPU
Page 1 of 2



OIL ANALYSIS REPORT

Hilcorp Alaska, LLC
- Partide Trend VISUAL method limit/base current history1 history2
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 HILCORP EXPLORATION ALASKA - MILNE POINT
Sample No. : HLC0002587 Received 113 Nov 2023 1000 MILNE POINT RD
AccREDITED Lab Number : 06006311 Diagnosed : 14 Nov 2023 PRUDOE BAY, AK
=" Unique Number : 10740073 Diagnostician : Doug Bogart US 99734
Certificate L2367 Test Package :IND 2 ( Additional Tests: PrtCount ) Contact: Evan Reilly
To discuss this sample report, contact Customer Service at 1-800-237-1369. evan.reilly@hilcorp.com
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T:(907)670-3231
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F: x:
Report Id: BPEMPU [WUSCAR] 06006311 (Generated: 11/15/2023 19:34:21) Rev: 1 Contact/Location: Evan Reilly - BPEMPU
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