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Component

Hydraulic System
Fluid

JOHN DEERE HY-GARD HYD/TRANS (--- GAL)

DIAGNOSIS

Sample Number
Sample Date
Machine Age
Oil Age

Oil Changed
Sample Status

WEAR METALS

PQ

Iron
Chromium
Nickel
Titanium
Silver
Aluminum
Lead
Copper
Tin
Vanadium
Cadmium

ADDITIVES

Boron
Barium
Molybdenum
Manganese
Magnesium
Calcium
Phosphorus
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Sulfur

CONTAMINANTS
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Sodium
Potassium
Water
ppm Water

OIL ANALYSIS REPORT
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FLUID CLEANLINESS

Particles >4um
Particles >6pm
Particles >14pum
Particles >21um
Particles >38um
Particles >71um
Oil Cleanliness

FLUID DEGRADATION

Acid Number (AN)
Report ld: WEACARQA [WUSCAR] 06006988 (Generated: 01/14/2024 05:38:03) Rev: 1

Sample Rating Trend
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ASTM D7647
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method

mgKOHg  ASTM D8045
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history1

WC0877798
13 Nov 2023
0
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N/A
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history1
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WEC.\\“X.& OIL ANALYSIS REPORT

- Water (KF) VISUAL method  limit/base current history1 history2
2000 Seu White Metal scalar *Visual NONE NONE NONE NONE
£ 10 Jbnomal Yellow Metal scalar *Visual NONE NONE NONE NONE
5 Precipitate scalar *Visual NONE NONE NONE NONE
Z o0 Silt scalar *Visual NONE MODER MODER MODER
500 M Debris scalar *Visual NONE NONE NONE NONE
0 Sand/Dirt scalar *Visual NONE NONE NONE NONE
g § § &8 § § § &g Appearance scalar *Visual ~ NORML NORML NORML NORML
5§ & = 8 & &8 = = Odor scalar *Visual ~ NORML NORML NORML NORML
Viscosity @ 100°C Emulsified Water scalar *Visual >0.1669 NEG 0.2% NEG
105 Free Water scalar *Visual NEG NEG NEG
10 FLUID PROPERTIES method limit/base current history1 history2
g mj a * ” ~  Visc @ 40°C cSt  ASTMD445 57.0 62.5 63.6 62.2
g S < s . . . .
7 gre = Visc @ 100°C cSt ASTM D445 9.4 9.4 9.4 9.2
ie Viscosity Index (VI) Scale ASTMD2270 147 130 127 126
B SAMPLE IMAGES method limit/base current history1 history2
PQ Color
100
B0 /\
B0
- nﬁ?fm — Vv Bottom
40
20
:] o~ ] o ] o ] ] o
S 5 % = = g§ 3 =2 GRAPHS
3 iy & E B EB 2 =3

Ferrous Alloys
150
Viscosity @ 40°C
7 100

- = 5

70
oo T 8 = & = = =§ =
“;_:GE a :E % .';- O; g 3 os
g | il &g & = &5 & & 2 =

57 o V. Non-ferrous Metals

80 100

s re °°"°3"MM

c = G [ =] e =t

MovE/Z
ppm

L

Sep2T2
ot

Oct

Oct18/2.

Oct25/2
o

s e e e e R e s

s pis s
PQ 2 2 2

=

Oct18/23
vl/23
3

Oct25/23
Nov
NovB/2Z

* p Viscosity @ 40°C _ Acid Number
80! Severe 7 Z20; Base
Sk = — F= gm A %15] S
40 255 = 510 D AN
= e ————e g 2 & ;o .
) W g %ﬁ Sos W—\ v N
55 - goo
S = s = = &5 =S B B B b T 5 2 S = B B = T B B 3 E
¥ § ¢ ¥ & ¥ & & & ¢ s & & = 2 ¥ 3§ s & & & 2 2
Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 WEARCHECK LUBRICATION SERVICES QA ACCOUNT
A&AB Sample No. : WC0877799 Recieved : 14 Nov 2023 501 Madison Ave
A€CREDITED Lab Number :06006988 Diagnosed : 14 Jan 2024 Cary, NC
e Unique Number : 10740750 Diagnostician : System US 27513
Certificate L2367 Test Package :IND 2 ( Additional Tests: KF, KV100, PQ, VI) Contact: WCLS CARY NC
To discuss this sample report, contact Customer Service at 1-800-237-1369.
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T:(919)379-4102
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F: (919)379-4050
Report Id: WEACARQA [WUSCAR] 06006988 (Generated: 01/14/2024 05:38:06) Rev: 1 Submitted By: ?
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