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Machine

CP2 B-18 (TOK12850) (S/N 10242H28981639)

Component

Refrigeration Compressor
Fluid

FRICK COMPRESSOR OIL #9 (- GAL)

DIAGNOSIS

Recommendation
Resample at the next service interval to monitor.

Wear
All component wear rates are normal.

Contamination

There is no indication of any contamination in the
oil. The amount and size of particulates present in
the system are acceptable.

Fluid Condition
The AN level is acceptable for this fluid. The
condition of the oil is suitable for further service.
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: WearCheck USA - 501 Madison Ave., Cary,
Recieved
Diagnosed
Diagnostician

: USP0004755
106062794
110834176
1IND 2

Report Id: THESAL [WUSCAR] 06062794 (Generated: 01/20/2024 02:14:03) Rev: 1
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Janl6/24

117 Jan 2024

To discuss this sample report, contact Customer Service at 1-800-237-1369.
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation.
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012)
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THE SCHWAN FOOD CO
3019 SCANLAN AVE

SALINA, KS
US 67401

Contact: RICK DUVAL

T:
F.
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