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Machine

CP6 C-4 (SWRC641404) (S/N 10242A25511634)

Component

Refrigeration Compressor
Fluid

FRICK COMPRESSOR OIL #9 (- GAL)

DIAGNOSIS

Recommendation
Resample at the next service interval to monitor.

Wear
All component wear rates are normal.

Contamination

There is no indication of any contamination in the
component. The amount and size of particulates
present in the system is acceptable.

Fluid Condition
The AN level is acceptable for this fluid. The
condition of the oil is suitable for further service.
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FLUID DEGRADATION method
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FLUID PROPERTIES

Visc @ 40°C
SAMPLE IMAGES

Color

Bottom

cSt

method

*Visual
*Visual
*Visual
*Visual
*Visual
*Visual
*Visual
*Visual
*Visual
*Visual

method

limit/base

NONE
NONE
NONE
NONE
NONE
NONE
NORML
NORML
>0.01

current

NONE
NONE
NONE
NONE
NONE
NONE
NORML
NORML
NEG
NEG

history1

NONE
NONE
NONE
NONE
LIGHT
NONE
NORML
NORML
NEG
NEG

history2

NONE
NONE
NONE
NONE
NONE
NONE
NORML
NORML
NEG
NEG

limit/base

ASTM D445 64.0

method

limit/base

current
64.3

current

history1

64.2

—

history1

history2
64.1

history2

GRAPHS

Ferrous Alloys
1

iron

491,520

Particle Count

0
e : —-_—E?;E:rium 122,880 ?:se 24
Viscosity @ 40°C B4 Wil s 2
7 Abnomal g i\hnolmd \"\
70¢ % 0 — 1.680 -~ 20 @
2 = & E * 2
68 = = [ =
=66 & S T OE s 18 =
25l fom = = T8 g
k) Non-ferrous Metals g W 6 o
0 2 8
60 8 copper E 120 14 ?n
551 Jbnormal 6 mnnnmnan | E ;tla
56 E ] pmeeemeemeatin s 12 &
g g o
E E 0 !
Particle Trend = ) E
12k = E = 0
m | . . o 4 B T4u 21u 36 My
10K Smasassnnsn a1 Viscosity @ 40°C Acid Number
SR RV 7 =002
a Bk # Abnamal 5
b S70E =002
2% E T £ 001
5o ] <
E S0t Abnommal 200
S 2K T m— o =
554 2000
= B 5 g 5 g g 5
= > = = = = = =
= =
Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 THE SCHWAN FOOD CO
Sample No. : USP0005087 Recieved 117 Jan 2024 3019 SCANLAN AVE
AccREDITED Lab Number :06062818 Diagnosed 119 Jan 2024 SALINA, KS
=" Unique Number : 10834200 Diagnostician : Doug Bogart US 67401
Certificate L2367 Test Package :IND 2 Contact: RICK DUVAL
To discuss this sample report, contact Customer Service at 1-800-237-1369.
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T:
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F:
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