WEReX

Machine Id

MB8951A

Component

Hydraulic System
Fluid

PHILLIPS 66 Powerflow NZ AW46 (--- QTS)

DIAGNOSIS

Recommendation

Resample at the next service interval to monitor.

Wear

All component wear rates are normal.

Contamination

There is no indication of any contamination in the

ail.
Fluid Condition

The condition of the oil is acceptable for the time in

service.

OIL ANALYSIS REPORT

Sample Rating Trend
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CONTAMINATION
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CONTAMINANTS

Silicon
Sodium
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 SUMIRIKO TENNESSEE INC
Sample No. :WC0891819 Received : 19 Mar 2024 150 HESTER LN
rechEoiTED Lab Number : 06122797 Tested : 20 Mar 2024 TAZEWELL, TN
=" Unique Number : 10936948 Diagnosed  :21 Mar 2024 - Don Baldridge US 37879
Certificate L2367 Test Package :IND 1 Contact: JEREMY COLLINS
To discuss this sample report, contact Customer Service at 1-800-237-1369. jcollins@us.sumiriko.com
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T: (423)626-8805
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F: (423)626-2065
Report Id: DTRTAZ [WUSCAR] 06122797 (Generated: 03/21/2024 16:11:29) Rev: 1 Contact/Location: JEREMY COLLINS - DTRTAZ

Page 2 of 2


http://www.oilanalysis.net/CommonFiles/Reports/default/SR-GENERATE.php?ss=L-10936948-3750856&lid=10936948&oem_template=WEARCHECK
http://www.tcpdf.org

	STI MB8951A\Hydraulic System [WC0891819] 18 Mar 2024 @ .0 hrs

