WEReX

Area

Machine

35WEA91128

Component
Hydraulic System
Fluid

SHELL TELLUS S4 VX 32 (--- LTR)

DIAGNOSIS

Recommendation
Resample at the next service interval to monitor.

Wear
All component wear rates are normal.

Contamination

The amount and size of particulates present in the
system are acceptable. There is no indication of
any contamination in the oil.

Fluid Condition
Confirm oil type. The AN level is acceptable for this

fluid. The condition of the oil is suitable for further
service.
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OIL ANALYSIS REPORT

Weaek

0 Water (KF) VISUAL method limit/base current history1 history2
5000} SRR White Metal scalar *Visual NONE NONE
4000 Yellow Metal scalar *Visual NONE NONE
<3000 Precipitate scalar *Visual ~ NONE NONE
2 00 Silt scalar *Visual ~ NONE NONE
10001 gprcung Debris scalar *Visual NONE NONE
oL Sand/Dirt scalar *Visual NONE NONE
g g Appearance scalar *Visual ~ NORML NORML
= = Odor scalar *Visual NORML NORML
PQ Emulsified Water scalar *Visual >0.05 NEG
250 Free Water scalar *Visual NEG
Severe o
2007 gpésses FLUID PROPERTIES method limit/base current
J7 Visc @ 40°C cSt  ASTM D445 33.8 29.1
cLmu Abnomnad
SAMPLE IMAGES method limit/base history1 history?2
50
0
& = Color no image no image
Particle Trend
3k
dum | Bottom no image no image
Tk Bum
- anmsamnnmnnnn | 4001 |
EZI& > _
5 GRAPHS
Bk
E Ferrous Alloys Particle Count
21k 10 491,520 26
8 — O
Ok-LF - h 122,880 4
: : g B wemesasansne nickel
E 5 2y 30,720 22
2
Viscosity @ 40°C 0 _1ea 20
40 g g E %
. ﬁqhmma E E % 1.920 18 i
% Non-ferrous Metals 5 s 6 2
Z35] Base 10 5 =
E 0 copper | B 130 14 3
32 sammasnnamnas ] E P
301 Abnomal g j e 30 12
® 2 2 - Bw.i 10
8§ g 0
= : 2 & 2 8
pO 3 3 - ;
4u B T4p 2y 36 Ty
250 ] H
Viscosity @ 40°C Acid Number
2001 Severe 0 =030
38 én.hnnrmd g 0.24
150 =3 =
o S Base E0.18
= | Abnomal 3444 =
100t a E gon
50 301 Abnormal %u.us
261 <000
0

Mar22/24
Mar22/24

(YRELE T

To discuss this sample report, contact Customer Service at 1-800-237-1369.
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* - Denotes test methods that are outside of the ISO 17025 scope of accreditation.
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012)
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 NORDEX USA - Chicago

Sample No. : NX012297 Received : 29 Mar 2024 300 SOUTH WACKER DRIVE, SUITE 1500

AccnEoiTeD Lab Number : 06134018 Tested : 03 Apr 2024 CHICAGO, IL
=" Unique Number : 10953483 Diagnosed  : 03 Apr 2024 - Don Baldridge US 60606
Certificate L2367 Test Package :IND 2 ( Additional Tests: KF, PQ) Contact: DEVIN LINEHAN

DLinehan@nordex-online.com
T:(312)386-4124

Contact/Location: DEVIN LINEHAN

F: (312)386-7102
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