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DIAGNOSIS

Recommendation
This is a baseline read-out on the submitted
sample.
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\WERCK OIL ANALYSIS REPORT

Color no image no image no image

Bottom no image no image no image
Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 XAERUS FLUIDS
Ah%AB Sample No. : WC06155481 Received : 19 Apr 2024 2825 SCHUETTE RD
Lab Number : 06155481 Tested : 24 Apr 2024 MIDLAND, Mi
Unique Number : 10990904 Diagnosed  :24 Apr 2024 - Jonathan Hester US 48642
Centificate L2367 Test Package : TEST ( Additional Tests: ICP ) Contact: RYAN WEDGE
To discuss this sample report, contact Customer Service at 1-800-237-1369. rwedge@xaerusfluids.com
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T: (989)493-0982
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F:
Report Id: XAEMID [WUSCAR] 06155481 (Generated: 04/24/2024 12:43:54) Rev: 1 Contact/Location: RYAN WEDGE - XAEMID
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