Weaetk

6458 - SRS

Hydraulic System
Fluid

AW HYDRAULIC OIL ISO 32 (--- GAL)

DIAGNOSIS

Recommendation
We recommend you service the filters on this
component. Resample at the next service interval to
monitor. We were unable to perform a particle count
due to a high concentration of particles present in
this sample.

Wear
All component wear rates are normal.

Contamination
Moderate concentration of visible dirt/debris present
in the oil.

Fluid Condition
Viscosity of sample indicates oil is within ISO 46
range, advise investigate. Confirm oil type. The AN
level is acceptable for this fluid.
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Viscosity @ 40°C

OIL ANALYSIS REPORT
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 PALFINGER - BRANCH 400
Sample No. :WC0911884 Received : 23 Apr 2024 4151 W ST RT 18
Lab Number : 06157591 Tested : 29 Apr 2024 TIFFIN, OH
Unique Number : 10993014 Diagnosed  :29 Apr 2024 - Jonathan Hester US 44883

Certificate 12367 Test Package : CONST
To discuss this sample report, contact Customer Service at 1-800-237-1369.
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation.

Contact: ERIC HILL
e.hill@palfinger.com

Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012)
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