AR
WE@\\E\'.& OIL ANALYSIS REPORT

Machine Id

HT-3 (S/N 16507)

Component

Refrigeration Compressor
Fluid

USPI 1009-68 SC (--- GAL)

DIAGNOSIS

Recommendation
Resample at the next service interval to monitor.

Wear
All component wear rates are normal.

Contamination
There is no indication of any contamination in the

oil. The amount and size of particulates present in

the system are acceptable.

Fluid Condition
The AN level is acceptable for this fluid. The
condition of the oil is suitable for further service.
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ACCREDITED

TESTING LABORAFGRY

Cenificate L2367

OIL ANALYSIS REPORT

VISUAL method limit/base
White Metal scalar *Visual NONE
Yellow Metal scalar *Visual NONE
Precipitate scalar *Visual NONE
Silt scalar *Visual NONE
Debris scalar *Visual NONE
Sand/Dirt scalar *Visual NONE
Appearance scalar *Visual NORML
Odor scalar *Visual NORML
Emulsified Water scalar *Visual >0.01
Free Water scalar *Visual

FLUID PROPERTIES method limit/base
Visc @ 40°C cSt ASTM D445 67
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: WearCheck USA - 501 Madison Ave., Cary, NC 27513

Jan31/23
Apr24/23
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SMITHFIELD FARMLAND - MARTIN CITY

: USP0006571 Received : 24 Apr 2024 13825 WYANDOTTE ST
106159184 Tested : 25 Apr 2024 KANSAS CITY, MO
: 10994607 Diagnosed  :26 Apr 2024 - Jonathan Hester US 64145
:IND 2 Contact:

To discuss this sample report, contact Customer Service at 1-800-237-1369.
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation.
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012)
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