W, TR OIL ANALYSIS REPORT

Area

STL74 - HYDRAULIC
STL 74 MAIN HYD UNIT

Component
IF-IIydraullc System
uid
AW HYDRAULIC OIL ISO 46 (--- QTS)

DIAGNOSIS

Recommendation

Little or no information is provided as to the
component and lubricant being tested.
Recommendations are therefore generic in nature
and may not apply to the current application. Please
forward information as to equipment type, reservoir
capacity, lubricant type and any pertinent
information to allow for a more accurate
assessment. Resample at the next service interval
to monitor. NOTE: Please provide information
regarding reservoir capacity, filter type and micron
rating with next sample. Please specify the brand,
type, and viscosity of the oil on your next sample.

Wear
All component wear rates are normal.

Contamination

The system cleanliness is acceptable for your target
ISO 4406 cleanliness code. The water content is
negligible. The system and fluid cleanliness is
acceptable.

Fluid Condition
The AN level is acceptable for this fluid. The
condition of the oil is suitable for further service.
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 OUTOKUMPU STAINLESS USA
Sample No. : RP0039296 Received : 09 May 2024 HWY 43 N
1 et © La_b Number : 06174603 Tested : 10 May 2024 . CALVERT, AL
e Unique Number : 11020656 Diagnosed : 10 May 2024 - Wes Davis US 36513
Centificate L2367 Test Package :IND 2 Contact: MARIO JOHNSON
To discuss this sample report, contact Customer Service at 1-800-237-1369. Mario.johnson@outokumpu.com
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T: (251)321-4105
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F: x:
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