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Area

ROTH ROCK [200005321]
18WEA81566

Component

Hydraulic System
Fluid

SHELL TELLUS S4 VX 32 (--- LTR)

DIAGNOSIS

Recommendation
Resample at the next service interval to monitor.

Wear
All component wear rates are normal.

Contamination

There is no indication of any contamination in the
component. The amount and size of particulates
present in the system is acceptable.

Fluid Condition
The AN level is acceptable for this fluid. The
condition of the oil is suitable for further service.
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FLUID DEGRADATION method
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- Water (KF) VISUAL method limit/base current history1 history2
50001 EEVFEE White Metal scalar *Visual NONE NONE NONE NONE
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£ 2000 Precipitate scalar *Visual ~ NONE NONE NONE NONE
2 2000 Silt scalar *Visual NONE NONE NONE NONE
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FLUID PROPERTIES

Visc @ 40°C
SAMPLE IMAGES
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 NORDEX USA - ROTH ROCK
Sample No. :NX016985 Received : 17 May 2024 300 SOUTH WACKER DRIVE, SUITE 1500
Accmeoitco Lab Number :06182810 Tested : 22 May 2024 CHICAGO, IL
fmem— Unique Number : 11034136 Diagnosed  :22 May 2024 - Don Baldridge US 60606
Centificate L2367 Test Package :IND 2 ( Additional Tests: KF, PQ) Contact: ADAY MAGEC
To discuss this sample report, contact Customer Service at 1-800-237-1369. aday.magec@gestampren.com
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T:
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F: (312)386-7102
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