Fluid-Aire
Dynamics

Area

£46 [289464]

OIL ANALYSIS REPORT

GARDNER DENVER S159833 - ITW HEARTLAND

Component
Compressor

Recommendation Sample Number

Qil and filter change at the time of sampling has Sample Date
been noted. No corrective action is recommended Machine Age hrs
at this time. Resample at the next service interval to .

. Oil Age hrs
monitor. .

Oil Changed

Wear

Sample Status

All component wear rates are normal.

Contamination

Moderate concentration of visible dirt/debris present Iron ppm
in the oil. There is a light concentration of water Chromium ppm
present in the oil. Nickel ppm
Fluid Condition Titanium ppm
The AN level is af:c?eptellble for this fluid. Thel Silver ppm
condition of the oil is suitable for further service. .
Aluminum ppm
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Copper ppm
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Boron ppm
Barium ppm
Molybdenum ppm
Manganese ppm
Magnesium ppm
Calcium ppm
Phosphorus ppm
Zinc ppm
Sulfur ppm
Silicon ppm
Sodium ppm
Potassium ppm
Water %
ppm Water ppm

Acid Number (AN)  mgKOH/g

Report Id: UCFLUBUR [WUSCAR] 06213606 (Generated: 06/23/2024 01:47:35) Rev: 1
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Contact/Location:

Service Manager - UCFLUBUR
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Fluid-Aire OIL ANALYSIS REPORT
Dynamics
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513
AﬁAB Sample No. :UFD0001554 Received 118 Jun 2024
ReoiT Lab Number : 06213606 Tested : 20 Jun 2024
Unique Number : 11086470 Diagnosed  :20 Jun 2024 - Don Baldridge
Cenificate L2367 Test Package :IND 2 ( Additional Tests: KF )

To discuss this sample report, contact Customer Service at 1-800-237-1369.
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation.

Jun7/24

FLUID-AIRE DYNAMICS - (MN)

14250 JUDICIAL ROAD

Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012)

BURNSVILLE, MN

US 55306
Contact: Service Manager

T:
F:

Contact/Location: Service Manager - UCFLUBUR
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http://www.oilanalysis.net/CommonFiles/Reports/default/SR-GENERATE.php?ss=L-11086470-4437915&lid=11086470&oem_template=WEARCHECK
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