AR Sample Rating Trend
WEELCK  OIL ANALYSIS REPORT

Area

[1994371]
SWO05 (S/N 1661383)

Componen
Gearbox
Fluid
000000000900000080000000000000000088008
MOBIL SHC 632 (2 GAL) 2021 AugZ021  Dec2021  Jul2022  Nov2022 szng 0ct2023  Feb2024
DIAGNOSIS SAMPLE INFORMATION  method limit/base current history1 history?2
Recommendation Sample Number Client Info WC0915686 \WC0887664  WC0887654
Resample at the next service interval to monitor. ( Sample Date Client Info 13Jun 2024 14 May 2024 16 Apr 2024
Customer Sample Comment: Monthly oil change Machine Age hrs Client Info 6651 5955 5284
and sample ) Oil Age hrs  Client Info 696 671 622
Wear Oil Changed Client Info Changed Changed Changed
All component wear rates are normal. Sample Status NORMAL NORMAL NORMAL
Contamination o . :
There is no indication of any contamination in the CONTAMINATION method limit/base current history1 history2
fluid. Water WC Method >0.2 NEG NEG NEG
Fluid Condition o WEAR METALS method limit/ase current history1 history2
The AN level is acceptable for this fluid. The
condition of the fluid is suitable for further service. Iron ppm  ASTMD5185m >200 <1 0 0
Chromium ppm  ASTMD5185m >15 <1 0 0
Nickel ppm  ASTMD5185m >15 0 <1 0
Titanium ppm  ASTMD5185m 0 0 0
Silver ppm  ASTMD5185m 0 <1 0
Aluminum ppm  ASTMD5185m >25 3 3 1
Lead ppm ASTM D5185m  >100 0 <1 0
Copper ppm  ASTMD5185m >200 <1 <1 4
Tin ppm  ASTMD5185m >25 0 <1 0
Vanadium ppm  ASTMD5185m 0 0 0
Cadmium ppm  ASTMD5185m 0 0 0
ADDITIVES method limit/base current history1 history2
Boron ppm  ASTMD5185m 0 0 0
Barium ppm  ASTMD5185m 0 0 <1
Molybdenum ppm  ASTMD5185m 0 0 0
Manganese ppm  ASTMD5185m 0 <1 1
Magnesium ppm  ASTMD5185m <1 0 0
Calcium ppm  ASTM D5185m 0 0 0
Phosphorus ppm  ASTMD5185m 450 465 473
Zinc ppm  ASTMD5185m 6 0 2
Sulfur ppm  ASTMD5185m 8 17 13
CONTAMINANTS method limit/base current history1 history?2
Silicon ppm  ASTMD5185m >50 6 7 6
Sodium ppm  ASTMD5185m <1 <1 <1
Potassium ppm  ASTMD5185m >20 <1 2 0
FLUID DEGRADATION method limit/base current history1 history2
Acid Number (AN)  mgKOHg ASTM D8045 0.48 0.48 0.50
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Acid Number

05 VISUAL method limit/base current history1 history2
S048 White Metal scalar *Visual NONE NONE NONE NONE
%3 . Yellow Metal scalar *Visual NONE NONE NONE NONE
§ ' Precipitate scalar *Visual NONE NONE NONE NONE
R Silt scalar *Visual NONE NONE NONE NONE
Zoaz Debris scalar *Visual NONE LIGHT NONE LIGHT
0.00 Sand/Dirt scalar *Visual NONE NONE NONE NONE
s 8§ 5 § § § § § Appearance scalar *Visual NORML NORML NORML NORML
= = S 3 2 2 ° £ Odor scalar *Visual NORML NORML NORML NORML
Viscosity @ 40°C Emulsified Water scalar *Visual >0.2 NEG NEG NEG
3607 Abnomal Free Water scalar *Visual NEG NEG NEG
A M FLUID PROPERTIES method limit/base current history1 history2
e Visc @ 40°C ¢St ASTMD445 325.8 346 345 348
3201
SAMPLE IMAGES method limit/base current history1 history?2
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Viscosity @ 40°C :
450, Abnomal - Acid Number
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 LEPRINO FOODS-FORT MORGAN
Sample No. :WC0915686 Received 115 Jul 2024 2400 EAST BEAVER AVE
recnroi o Lab Number : 06236996 Tested 117 Jul 2024 FORT MORGAN, CO
fmem— Unique Number : 11125830 Diagnosed  : 17 Jul 2024 - Don Baldridge US 80701

Cenificate L2367 Test Package :IND 2

To discuss this sample report, contact Customer Service at 1-800-237-1369. kschulte@leprinofoods.com
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T: (970)542-4247

Contact: KEITH SCHULTE

Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F: (970)542-4241
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